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Farmland Elementary School Polychlorinated Biphenyls Bulk Material Sampling Survey 
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Farmland Elementary School Polychlorinated Biphenyls Bulk Material 
Sampling Survey 

1.0 INTRODUCTION 

At the request of Environmental Services/IAQ of the Montgomery County Public 
Schools (MCPS) Division of Maintenance, Science Applications International 
Corporation (SAIC) conducted a survey of polychlorinated biphenyls (PCBs) in selected 
building materials at the Farmland Elementary School at 7000 Old Gate Road, Rockville, 
Maryland on December 14, 2009. The school was constructed in 1962 and its original 
section is currently being prepared for demolition. The survey was conducted in response 
to a September 2009 Environmental Protection Agency (EPA) news release regarding 
PCBs in caulk of buildings constructed or renovated between 1950 and 1978. MCPS 
needed the information on the presence of PCBs in this facility to plan for a safe and 
proper removal and disposal of PCB-containing materials before the building is 
demolished. 

The survey was conducted by Ching K. Chen, PhD, PE, CIH and Brandon Peebles of 
SAIC. This report presents the results of the survey. It identifies the building materials 
targeted, describes the sampling protocol, and discusses the laboratory analysis results. 

2.0 SAMPLING PROTOCOL 

The EPA news release states that PCBs may be found in caulk in many buildings 
constructed or renovated before the use ofPCBs was banned. Caulking materials are 
used on window glazing, around window and door framing, on bathroom sinks, and in 
expansion joints. A walk-through of the school on December 10 revealed that caulk 
materials are present on window glazing on the exterior windows (on the outside rims of 
each glazing pane); around exterior window frames, both on the outside and inside 
surfaces of the walls; around exterior door frames, primarily on the outside surfaces of 
the walls; and around certain interior window and door frames; and miscellaneous 
material such as expansion joints on exterior brick walls and on sidewalks, and bathroom 
sinks were found to have been filled with caulking materials. In other words, the 
following types of caulk were targeted for survey: 

• Window Glazing Caulk 
• Window Frame Caulk (both inside and outside) 
• Door Frame Caulk (both inside and outside) 
• Miscellaneous Interior Caulk 

In the old section of the school, there are 59 exterior windows and each window may 
have up to 120 panes of various sizes of glazing (totaling 462 panes). Caulk is present on 
the four sides of each glazing pane. A great majority of the glazing caulk has a gray or 
light gray surface and shows surface cracks with a very hard texture; a few have a light 
gray to white color with smoother surface and some are soft to the touch; these 
apparently are recent replacements. There are 12 exterior doors and numerous interior 
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doors. Each room has at least one interior door and there are approximately 35 rooms of 
various sizes and functional designs in the old section. 

It is impractical to sample bulk caulk materials from each glazing pane, window frame, or 
door frame. A random sampling approach designed to achieve certain statistical 
objectives was therefore used. Based on the National Institute for Occupational Safety 
and Health (NIOSH) Publication No. 77-173, Occupational Exposure Sampling Strategy 
Manual, it is possible to select a sample size so that there is a certain probability that at 
least one of the samples (or workers) from a group of homogeneous sources (or similarly 
exposed workers) will show the highest risk. For this survey, the sample size to obtain 
the top 20% value at a confidence level of 90% was adopted. As such the sample size for 
various range of population size as recommended in the NIOSH Manual is as follows: 

Population 6 7-9 10- 14 15- 26 27-50 51-oo 
Size 

Required 
Number 5 6 7 8 9 11 

of 
Samples 

Based on this approach, the following minimum number of samples is required for each 
category of caulk material: 

• Window Glazing Caulk: 11 samples from 462 panes 
• Exterior Window Outside Caulk: 11 samples from 59 windows 
• Exterior Window Inside Caulk: 11 samples from 59 windows 
• Exterior Door Outside Caulk: 7 samples from 12 doors 
• Exterior Door Inside Caulk: 7 samples from 12 doors 
• Miscellaneous Interior Caulk: At least one sample for each (not following this 

statistical approach) 

To randomly select the location of window glazing panes, window frames, or door 
frames for sampling, each unit of each category was assigned a unique and sequential 
number starting from one comer of the building and then circling counter clockwise back 
to the starting point, from the first floor to the second floor. Caulk on window glazing 
panes was considered as a homogeneous category and all 462 panes were numbered. 
Exterior doors had already been marked with identification numbers from 1 through 20 
but there are only 12 doors in the old section. These 12 doors were renumbered for 
random selection purpose. To identify a specific site for sampling, a random number in 
decimal was first generated, which was then multiplied by the total number of units in the 
category that produced a number to identify a specific unit for sampling until the required 
number of sample sites had been selected. 
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At some locations, the randomly selected sites were found to be missing the caulk, could 
not be accessed, or had an apparently newly replaced material; a nearby location was then 
used. Glazing caulk with an obviously different color and texture was sampled in 
addition to the randomly selected samples. 

Inside the building, caulk was found only on one frame of an exterior door. A sample 
was collected from this door frame and considered as a miscellaneous material. No caulk 
was found on interior doors or interior windows. No caulk was found in various 
bathrooms except for a sink in a staff bathroom (Room 1 00) which was sampled. Other 
miscellaneous caulks found include a vertical strip of expansion joint compound along 
two walls near Door 10, and a few window glazing caulks of different colors and 
textures, and a sidewalk expansion joint compound on the sidewalk in front of the 
building; each of them was sampled. 

3.0 Results and Discussion 

In all, five categories of caulk were sampled. The samples collected included: 

• 11 Exterior Window Glazing Caulk Samples 
• 11 Exterior Window Frame Outside Caulk Samples 
• 11 Exterior Window Frame Inside Caulk Samples 
• 7 Exterior Door Frame Outside Caulk Samples 
• 9 Miscellaneous Caulk Samples including one inside caulk sample on an exterior 

door frame, a bathroom sink caulk sample, two caulk samples from expansion 
joint compound, and several samples of window glazing caulks of different colors 
and textures. 

In most cases, the caulk materials were very dense and hard, especially those on window 
glazing. A chisel and hammer were used to extract the sample from source locations. A 
teaspoonful of bulk caulking material was collected from each sampling site and placed 
in small plastic containers and sealed and labeled with a unique identification number. 
The samples were sent to Analytics Laboratory in Ashland, Virginia for analysis of 
PCBs. Analytics Laboratory is an American Industrial Hygiene Association (AIHA) 
accredited laboratory. The laboratory used EPA Method SW-846 3550B for PCB 
extraction and Method SW -846 8082 for analysis of seven types of PCBs including 
Aroclor 1016, 1221, 1232, 1242, 1248, 1254, and 1260. The concentration of each PCB 
is reported in milligram per kilogram (mg/Kg), which is equivalent to parts per million 
(ppm). The analytical method had a nominal detection limit of0.5 ppm and the EPA 
criterion for a PCB bulk product waste under the Toxic Substance Control Act (TSCA) is 
50 ppm. 

Sampling and analysis results for each of the five categories of caulk are summarized in 
Tables 1 through 5. Floor plans of the facility showing sampling locations are presented 
in Figure 1. Laboratory reports are included in Appendix A. Only two samples were 
found to contain PCB at a concentration above the EPA criterion of 50 ppm as a PCB 
bulk product waste. 
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One of the samples is from an exterior window frame outside caulk. It contains 443 ppm 
of Aroclor 1254; sample 219-WDF-09 from the right side window at Room 23. 
Assuming that the outside caulk on exterior window frames is of similar composition and 
based on the random sampling scheme and this result, all outside caulk on exterior 
window frames must be considered to be a PCB bulk product. The other sample is from 
the expansion joint compound that runs vertically in an approximately one-inch wide 
strip between two brick walls near Door 1 0; it has a concentration of 18,200 ppm of 
Aroclor 1254. This joint compound is found only at this location. 

None of the other caulking materials sampled including the caulk from window glazing 
(both from random selected samples and individually sampled locations), inside window 
frames caulk, and door frame caulk, and bathroom caulk around sinks exceeds the 50 
ppm criterion. Such caulking materials would not be considered to be PCB bulk product 
waste. 

4. Conclusions 

As the sampling protocol for this survey is designed to allow the interpretation of the 
results with certain statistical significance, it can be concluded with 90 percent 
confidence that window glazing caulk, inside caulk on exterior window frames, and 
outside caulk on exterior door frames are not PCB bulk product waste. No caulk was 
found on interior door and window frames. No caulk was found in almost all bathrooms; 
one sink was found to have caulking material but it has no detectable PCBs. The only 
confirmed PCB bulk products wastes are found in the outside caulk around exterior 
window frames and a strip ofvertical expansion joint compound between two walls near 
Door 10. 

Prepared by: 
Ching K. Chen, PhD, PE, CIH 
Senior Manager 
Science Applications International Corporation 
12100 Sunset Hills Road 
Reston, Virginia 20190 

January 4, 2010 
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Sample 
ID 

219-WG-
01 

219-WG-
02 

219-WG-
03 

219-WG-
04 

219-WG-
05 

219-WG-
06 

219-WG-
07 

219-WG-
08 

219-WG-
09 

219-WG-
10 

219-WG-
11 

Table 1 
Summary of PCB Bulk Sampling 

Exterior Window Glazing 
Farmland Elementary School 

December 14, 2009 

Sample Location** Sample Description 

Boiler Room, right Grayish color, hard, with 
window, top pane blackpaint underneath 
Window by Door 14, Grayish with cracking 
LTR 2nd col., 3rd pane surface, very hard 
from bottom 
Room 7, right window, Grayish outside, white 
2ndpane from bottom inside, pliable 
All Pu~ose Room, 
RTL, i col., 3rd pane 

Grayish, hard material 

from bottom 
All Pu~ose Room, Grayish color, some 
L TR, 6t col., 3rd pane surface cracking, very 
from bottom hard 
Kitchen, lower left Grayish color, some 
comer pane surface cracking, very 

hard 
Room 23, left window, Grayish color, cracking 
2nd pane from top surface, hard material 
Room 25, right window, Grayish color, cracking 
2nd pane from top surface, hard material 
Room 22, left window, Grayish color, cracking 
2nd pane from top surface, hard material 
Room 24, left window, Grayish color, cracking 
2nd pane from top surface, hard material 
All Pu~ose Room, Grayish color, cracking 
LTR, gt col., 3rd pane surface, hard material 
from bottom 

PCB Concentration* 
PCB Concentration 
Name mg/Kg (ppm) 

All < 0.5 

All < 0.5 

All < 0.5 

All < 0.5 

All < 0.5 

All < 0.5 

All < 0.5 

All < 0.5 

All < 0.5 

All < 0.5 

All < 0.5 

*"All" indicates that each of the PCBs, Aroclor 1016, 1221, 1232, 1242, 1248, 1254, and 1260, is below 
the detection limit. Where a PCB name appears, it is the only PCB detected at the concentration shown; all 
other PCBs are below the detection limit. 
** LTR: from left to right; RTL: from right to left (looking from outside toward the building); Col: 
Column. 
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Sample 
ID 

219-
WDF-01 

219-
WDF-02 

219-
WDF-03 

219-
WDF-04 

219-
WDF-05 

219-
WDF-06 

219-
WDF-07 

219-
WDF-08 

219-
WDF-09 

219-
WDF-10 

219-
WDF-11 

Table 2 
Summary of PCB Bulk Sampling 

Exterior Window Frame Outside Caulk 
Farmland Elementary School 

December 14, 2009 

Sample Location Sample Description PCB Concentration* 
PCB Concentration 
Name me;/Kg (ppm) 

Window frame by Door Grayish top layer, All < 0.5 
15, right side brownish under, on 

brick 
Room 11, right Grayish, pliable Aroclor 3.52 
window, at bottom ledge 1248 
Room 7, left window, Grayish outside, Aroclor 37.0 
on right side of frame white inside, pliable 1248 
Room 8, right window, Grayish color with All < 0.5 
lower left side of frame mildew on surface 
Room 8, left window, Grayish color with All < 0.5 
right side of frame mildew on surface 
Room 6, left window, Grayish color with All < 0.5 
right side of frame mildew on surface 
above A/C 
Room 4, right window, Grayish color with All < 0.5 
bottom of frame on mildew on surface 
concrete jam 
Room 23, left window, Grayish material All < 0.5 
right side of frame under soft white 

caulk 
Room 23, right window, Grayish, pliable to Aroclor 443 
right side of frame brittle 1254 
Room 24, right window Grayish with white Aroclor 2.64 

caulk on side, pliable 1254 
All Purpose Room, right Grayish brown, All < 0.5 
side of frame, on brick pliable 

*"All" indicates that each of the PCBs, Aroclor 1016, 1221, 1232, 1242, 1248, 1254, and 1260, is below 
the detection limit. Where a PCB name appears, it is the only PCB detected at the concentration shown; all 
other PCBs are below the detection limit. 
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Sample 
ID 

219-
IWD-01 

219-
IWD-02 

219-
IWD-03 

219-
IWD-04 

219-
IWD-05 

219-
IWD-06 

219-
IWD-07 

219-
IWD-08 

219-
IWD-09 

219-
IWD-10 

219-
IWD-11 

Table 3 
Summary ofPCB Bulk Sampling 

Exterior Window Frame Inside Caulk 
Farmland Elementary School 

December 14, 2009 

Sample Location Sample Description PCB Concentration* 
PCB Concentration 
Name me/Kg (ppm) 

Room 4, left window Grayish color, brittle Aroclor 0.713 
1254 

Room 1, left window Grayish color, brittle All < 0.5 

Room 9, right window Grayish color, Aroclor 1.16 
somewhat pliable 1254 

Second floor, storage Grayish white, hard Aroclor 0.609 
room next to Boys and brittle 1254 
Bathroom by stair 
Room 31, right window, White/beige surface All < 0.5 
right side of frame paint, grayish inside, 

brittle 
Room 27, left window, White/beige surface All < 0.5 
upper rift side of frame paint, grayish inside, 

brittle 
Room 25, left window, White/beige surface All < 0.5 
upper left side of frame paint, grayish inside, 

brittle 
Room 23, right window, White/beige surface All < 0.5 
lower section paint, grayish inside, 

brittle 
Room 22, left window, Grayish thin caulk, Aroclor 0.696 

brittle 1248 
Aroclor 0.695 
1254 

Room 26, left window Grayish thin caulk, All < 0.5 
brittle 

Room 30, right window Grayish thin caulk, Aroclor 0.663 
brittle 1254 

*"All" indicates that each ofthe PCBs, Aroclor 1016, 1221, 1232, 1242, 1248, 1254, and 1260, is below 
the detection limit. Where a PCB name appears, it is the only PCB detected at the concentration shown; all 
other PCBs are below the detection limit. 
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Sample 
ID 

219-DR-
01 

219-DR-
02 

219-DR-
03 

219-DR-
04 

219-DR-
05 

219-DR-
06 

219-DR-
07 

Table 4 
Summary of PCB Bulk Sampling 

Exterior Door Frame Outside Caulk 
Farmland Elementary School 

December 14, 2009 

Sample Location Sample Description PCB Concentration* 
PCB Concentration 
Name m2IK2 (ppm) 

Door 11, back side of Grayish beige surface All < 0.5 
building paint, soft 
Door 10, back side of Grayish beige surface Aroclor 1.92 
building paint, soft 1254 
Door 16, back side of Beige surface paint, Aroclor 0.518 
building, right top side grayish caulk, pliable 1248 
of frame 
Door 1, main entrance, Beige paint, white Aroclor 3.68 
left side of frame caulk, pliable 1254 
Door 18, kitchen exit, Brownish beige paint, All < 0.5 

brittle 
Door 15, backside of Beige paint, white All < 0.5 
building caulk, hard 
Door 19, All Purpose Beige paint, grayish All < 0.5 
Room side door caulk, hard 

*"All" indicates that each of the PCBs, Aroclor 1016, 1221, 1232, 1242, 1248, 1254, and 1260, is below 
the detection limit. Where a PCB name appears, it is the only PCB detected at the concentration shown; all 
other PCBs are below the detection limit. 
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Sample 
ID 

219-
DRI-01 

219-
MIS-01 

219-
MIS-02 

219-
MIS-03 

219-
MIS-04 

219-
MIS-05 

219-
MIS-06 

219-
MIS-07 

219-
MIS-08 

Table 5 
Summary of PCB Bulk Sampling 

Miscellaneous Interior Caulk 
Farmland Elementary School 

December 14, 2009 

Sample Location Sample Description PCB Concentration* 
PCB Concentration 
Name mg/Kg (ppm) 

Door 19, All Purpose Beige paint, grayish Aroclor 2.92 
Room, on inside frame white caulk, brittle 1254 
Window by Door 14, Grayish white Aroclor 12.6 
L TR, 2nd col., bottom surface, newer caulk 1254 
pane glazing caulk 
Expansion joint between Grayish color, Aroclor 18,200 
walls by Door 1 0 cracking, some hard 1254 

and some soft, some 
with soft white caulk 
underneath 

All Purpose Room, Grayish white, looks Aroclor 22.6 
window, LTR, ih col., newer, no cracking 1254 
3 rd pane from bottom 
glazing caulk 
Room with Door 15, White surface, very All < 0.5 
window, LTR, 3rd col., hard, powdering 
bottom pane glazing when hit with chisel 
caulk 
Sidewalk expansion Grayish and soft All < 0.5 
joint, in front of 
building, near left side 
of window at All 
Purpose Room 
StaffBathroom 100, White caulk, pliable Aroclor 5.37 
caulk on sink 1254 
Room 11 , interior door Beige paint, grayish All < 0.5 
frame at room inside white caulk, soft 
Room 1M, window White paint, dried Aroclor 2.00 
frame in interior room, dripping like 1248 
at bottom of frame material, grayish Aroclor 1.21 

inside 1254 

*"All" indicates that each of the PCBs, Aroclor 1016, 1221, 1232, 1242, 1248, 1254, and 1260, is below 
the detection limit. Where a PCB name appears, it is the only PCB detected at the concentration shown; all 
other PCBs are below the detection limit. 
** LTR: from left to right; RTL: from right to left (looking from outside toward the building); Col: 
Column. 
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APPENDIX A 

Laboratory Reports 
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ANALYTICAL. RESULTS 

Ana1ytics Corporation 
10329 Stony Run Lane 

Ashland, VA 23005 

Phone: (804)365-3000 
Fax:: (804)365-3002 

Workorder: 9350023 187835-FMD 

Lab 10: 9350023001 Date Received: 12116!200912:50 Matrix: Bulk 

Sample 10: 219-WG-01 Date Collected: 1211412009 00:00 Samp Type: NA 

Parameters Results Units Report Limit OF Prepared By Analyzed By Qual 

Polychlorinat~d Blphenyls{PCB) 

Analysis Desc: SW-846 8082 Preparation Method: SW-846 35508 (PCB) I Analytical Method: SW-846 8082 

Aroclor 1016 <0,500 mgtKg 0,500 1 '-ri/181200913:36 NT 12/21/2009 23:36 MBC 

Arodor 1221 <0.500 mg/Kg 0.500 1 12118/2009 13:36 NT 12/21/2009 23:36 MBC 

Aroclor 1232 "'0.500 mg/Kg 0,500 1 12/181200913:36 NT 12!21/2009 23;36 MBC 

Aroclor 1242 <0.500 mg/Kg 0.500 1 12/1812009 13:38 NT 12121/2009 23:36 MBC 

Aroclor 1248 <0.500 mg!Kg 0.500 1 12/18/2009 13:36 NT 12/2112009 23:36 MBC 

Aroclor 1254 <0.500 mglKg 0,500 1 12118!2009 13:36 NT 12!21/2009 23:36 MBC 

Aroclor 1260 ...-:0.500 mg/Kg 0500 1 12118/200$ 13;:?:!3 NT 1 ?/?1/?Mfl ?3::m 1>.•1RC 
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ANALYTICAL RESULTS 

Analytlcs Corporation 
1 0329 Stony Run Lane 

Ashland, VA 23005 

Phone: (804}365-3000 
Fax: (804)365-3002 

Workorder: 9350023 187835-FMD 

labiD: 9350023002 Date Re<Jeived: 12/161200912:50 Matrix: Bulk 

Sample !D: 219-WG-02 Date Collected: 1211412009 00:00 Samp Type: NA 

Parameters Results Units Report Limit DF Prepared By Analyzed By Qual 

Polychlorlnatoo Biphenyi$(PCB) 

~is Dose: SW-846 8082 Preparation Method: SW-646 35508 (PCB) 

""J 1 ·~ Analytical Method: SW-646 8082 

Aroclor 1016 .::0.500 mg!Kg 0.500 1 12/1812009 13:36 NT 12/22/2009 00:06 MBC 

Aroclor 1221 .::0.500 mg/Kg 0.500 1 12/18/2009 13:36 NT 12/22/2009 00:06 MBC 

Aroclor 1232 <0.500 mg/Kg 0.500 1 12/18/2009 13:36 NT 12/22/2009 00:06 MBC 

Aroclor 1242 <0.500 mg/Kg 0.500 1 12118/2009 13:36 NT 1212212009 00:06 MBC 

Aroclor 1248 <0.500 mg!Kg 0.500 1 12/18/2009 13:36 NT 12/22/2009 00:06 MBC 

Aroclor 1254 <0.500 mg/Kg 0.500 1 12/18/200913:36 NT 12122.12009 00:06 MBG 

Aroclor 1260 "'0.500 mgiKg 0.500 1 1?11RI?005l1:!:36 NT 12122/2009 00:06 MBC 
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ANALYTICAL RESULTS 

Analytics Corporation 
1 0329 Stony Run Lane 

Ashland, VA 23005 

Phone: (804)365-3000 
Fax: (804)365-3002 

Workorder; 9350023 187835-FMD 

LabiD: 9350023003 Date Received: 12/161200912:50 Matrix: Bulk 

Sampte 10: 219-WG-03 Date Collected: 12/1412009 00:00 Samp Type: NA 

Parameters Results Units Report Umit Of Prepared By Analyzed By Qual 

Pofychlorlnatad Blphanyls(PCB) 

Analysis Des;;: SW-846 8082 Preparation Method: SW-846 35508 (PCB} 

Analytical Method: SW-846 8082 

Arodor 1016 <0.500 mg!l<g 0.500 1 12/181200913:36 NT 12/2212009 00:37 MBC 

Arodor 1221 <0.500 mg/Kg 0.500 1 12/1812009 13:36 NT 12/22/2009 00:37 MBC 

Aroclor 1232 <0.500 mg/Kg 0.500 1 12/18/2009 13:36 NT 12122!2009 0():37 MBC 

Arodor 1242 <0.500 mg/Kg 0.500 1 12/18/2009 13:36 NT 12/2212009 0(1:37 MBC 

Aroclor 1248 <0.500 mgiKg 0.500 12118/2009 13:36 NT 12/22/2009 00:37 MBC 

Arodor 1254 <0.500 mg!l<g 0.500 1 1211812009 13:36 NT 1212212009 00:37 MBC 

AtOCtor 1260 <0.500 mg!Kg 0500 1 12!11;1/?009 n·~R NT 1 ?1?7/?009 ()(l::'W MAC: 
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NALVTICS 

Workorder: 9350023 187835-FMD 

ANALYTICAL RESULTS 

Analy!ics Corporation 
1 0329 Stony Run Lane 

Ashland, VA 23005 

Phone: (804)365-3000 
Fax: {804)365-3002 

labiD: 9350023004 Date Received: 1211612009 12:50 Matrix: Bulk 

Sample 10: 219-WG..()4 Date Collected: 1.2114/2009 00:00 Samp Type: NA 

Parameters Results Units Report Limit OF Prepared By Analyzed By Qual 

Polychlorinated Biphenyls(PCB) 

Analysis Desc: SW-846 8082 Preparation Method: SW-846 35508 (PCB) 

~ Analytical Method: SW-846 8082 

Aroclor 1016 ·~<o:soo mg./Kg 0.500 '1 12/18/2009 13:36 Nf 12/22/2009 01:08 MBC 

Aroc!or 1221 <0.500 mg/Kg 0.500 1 12118!2009 13:36 NT 12122/2009 01 :08 MBC 

Arodor 1232 <0.500 mg/Kg 0.500 1 12118/2009 13:36 NT 1212212009 01 :08 MBC 

Arodor 1242 <0.500 mg/Kg 0.500 1 1211812009 13:36 NT 12/22/2009 0 1 :08 MBC 

Aroclor 1248 <0.500 mg/Kg 0.500 1 12/1812009 13:36 NT 1212212009 0 1:08 MBC 

Aroclor 1254 <0.500 mg/Kg 0.500 1 1211812009 13:36 NT 1212212009 0 1 :08 MBC 

Aroclor 1200 -:0.500 mg/Kg 0.500 1 12/Hl/2009 13:36 NT 12/22/2009 0 1 :OS MBC 
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ANALYTICAL RESULTS 

AtlalyUcs Corporation 
10329 Stony Run Lane 

Ashland, VA 23005 

Phone: (804)365-3000 
Fax: (804)365-3002 

Workorder: 9350023 187835-FMO 

Lab ID: 9350023(){)5 Date Received: 12116!2009 12;50 Matrix: Bulk 

S!lmple ID: 219-WG-05 Date Collected: 1211412009 00:00 Samp Type: NA 

Parameters Resu1ts Units ReportUmlt DF Prepared By Analyzed By Quai 

Polychlorinated Biphenyls(PCB) 

Analysis Desc: SW-846 8082 Preparation Method: SW-846 35508 (PCB) 

Analytical Method: SW-846 8082 

Aroclor 1016 "'o~5oo mg/Kg ''"0.500 1 12118/2009 13:36 NT 12122/2009 01:38 MBC 

Aroclor 1221 <0.500 mg/Kg 0.500 1 12/18!2009 13:36 NT 12122/2009 01:38 MBC 

Arodor 1232 <0.500 mg!Kg 0.500 1 12118/2009 13:36 NT 1212212009 0 1 :38 MBC 

Aroc:lor 1242 <0.500 mg/Kg 0.500 1 1211812009 13:36 NT 12122/2009 01:38 MBC 

Aroclor 1248 <0.500 mg!Kg 0.500 1 12118.12009 13:36 NT 1212212009 0 1 :38 MBC 

Aroclor 1254 <0.500 mg/Kg 0.500 1 12118/2009 13:36 NT 12/2212009 0.1 :3S MBC 

A1oclor 1260 -:0.500 mg/Kg o.soo 1 12116!2009 13::;\f\ NT 1?1?7/?()09 01:38 MBC 
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Workorder: 9350023 1 87835-FMD 

ANALYTICAL RESULTS 

Analytics Corporation 
10329 Stony Run Lane 

Ashland, VA 23005 
Phone: (804)365-3000 

Fax: (804}365-3002 

lab !D: 9350023006 Date Received: 12/1612009 12:50 Matrix: Bulk 

Sample 10: 219·WG·06 Date Collected: 1211412009 00:00 SampType: NA 

Parameters Results Units Report limit OF Prepared By Analyzed By Qual 

Polychlorinated Biphenyls(PCB) 

! Analysis Desc: SW-846 6082 Preparation Method: SW-846 35508 (PCB) 

~~ Analytical Method: SW-846 8082 

Aroclor 1016 ~-~· ----=«J.:so<fm97i<g 0.500 1 1211812009 13:36 NT 121221'2009 02:09 MBC 

Aroctor 1221 <0~500 mg!Kg 0~500 1 12116!2009 13:36 NT 1212212009 02:09 MBC 

Arocior 1232 <0.500 mg/Kg 0~500 1 12118/2009 13:36 NT 1212212009 02:09 MBC 

Aroclor 1242 <0.500 mg/Kg 0.500 1 12/18/2009 13:36 NT 12/221'2009 02:09 MBC 

Aroclor 1248 <0.500 mg/Kg 0.500 1 12/18/2009 13:36 NT 12122/2009 02:09 MBC 

Aroc!or 1254 <0.500 mg!Kg 0.500 1 12118/2009 13:36 NT 1212212009 02:09 MBC 

Amclo1 1260 -<0.500 mg/Kg 0.500 1 12116(200913:36 NT 12/22/2009 O?·OA MRG 
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ANALYTICAL RESULTS 

Analytics Corporation 
10329 Stony Run Lane 

Ashland, VA 23005 

Phone: (804)365-3000 
Fax: (804)365-3002 

Workorder: 9350023 187835-FMD 

Lab 10: 93500230{)7 Date Received: 12116/200912:50 Matrix: Bulk 

Sample ID: 219·WG-07 Date Collected: 12/1412009 00:00 Samp Type: NA 

Parameters Results Units Report Limit OF Prepared By Analyzed By Qual 

PolychlorinatEd Etlpl>enyls(PCB) 

Arodor 1016 

Preparation Method: SW-846 3550B (PCB) 

~ Analytical Method: SW-846 8082 

<o.soo m9Tt<g 0.500 1 12/18/200913:36 f\if''"12122!2009 02:40 MBC 

Analysis Desc: SW-846 8082 

Arodor 1221 <0.500 mg/Kg 0.500 j 12/18/2009 13:36 NT 12/22/2009 02:40 MBC 

Aroclor 1232 <0.500 mg/Kg 0.500 1 12/18/2009 13:36 NT 12122/2009 02:40 MBC 

Aroclor 1242 <0.500 mg/Kg 0.500 1 12/18/2009 13:36 NT 12/2212009 02:40 MBC 

Aroclor 1248 <0.500 mg/Kg 0.500 1 12/18/2009 13:36 NT 12122.{2009 02:40 MBC 

Aroclor 1254 <0.500 mg/Kg o.soo 1 12118.12009 13:36 NT 12/22/2009 02:40 MBC 

Amclor 12£l0 -<0.500 mg/Kg 0.500 1 12/18/2009 13:36 NT 12122/2009 02;40 MBC 
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ANALYTICAL RESULTS 

Analytics Corporation 
1 0329 Stony Run Lane 

Ashland, VA 23005 

Phone: (804)365-3000 
Fax: {804)365-3002 

Workorder: 9350023 187835-FMD 

Lab tO; 9350023008 
Sllmple ID: 219-WG-08 

Parameters 

Polychlorinal<!'d Biphonyls(PCB) 
Analysis Desc: SW-B46 8082 

Arocfor 1016 

Aroclor 1221 

Aroclor 1232 

Aroclor 1242 

Aroclor 1248 

Aroclor 1254 

Aroclor 1260 

Date Received: 1211612009 12:50 

Dale Collected: 12!1412009 00:00 

Matrix: Bulk 

Samp Typo: NA 

Results Units Report Limit DF Prepared By Analyzed By 

Preparation Method: SW-846 35508 (PCB) 

Analytical Method: SW-846 8082 

<0.500 mg/Kg o.5oo 1 12118/200913:36 NT 12122!2009 03:11 MBC 

<0.500 mg!Kg 0.500 1 1:2/1812009 13:36 NT 1212212009 03:11 MBC 

<0. 500 mg/Kg 0.500 1 12111lJ2009 13:36 NT 12122noo9 03:11 MBC 

<0.500 mgiKg 0.500 1 12118/2009 13;36 NT 12/22/2009 03:11 MBC 

<0.500 mgiKg 0.500 1 1211812009 U36 NT 12/2212009 03:11 MBC 

<0.500 mg!Kg 0.500 1 12/18/2009 13:36 NT 1212212009 03:11 MBC 

<0.500 mg(Kg 0.500 1 1211812009 13;36 NT 1212212009 0~:11 MBC 
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AsANAL.VTICS 
!?Mt i Ml% £&.1& SZM 

Workorder: 9350023 187835-FMD 

Lab !D: 9350023009 

Sample 10: 219-WG-09 

Parameler<O Results Units 

Potychforinate<l Blphonyls(PCB) 

ANALYTICAL RESULTS 

Analytics Corporation 
10329 Stony Run lane 

Ashland. VA 23005 

Phone: (804)365-3000 
Fax: (804)365-3002 

Date Received: 12/16/200912:50 Matrix.: Bulk 

Date Collected: 12/1412009 00:00 Samp Type: NA 

Report Limit OF Prepared By Analyzed By Qual 

Analysis Desc: SW·846 8082 Preparation Method: SW-846 35508 (PCB) ''"··~~] 
Analytical Method: SW-846 8082 

Aroclor 1016 <a.5oo ~ngll{g 0.500 ··~1""12118/2009 13:36 NT ~- 12/l212009 03:4 t MBC 

Arodor 1221 <0. 500 mg/Kg 0.500 1 12118/2009 13::i6 NT 12122/2009 03:41 MBC 

Aroclor 1232 <0.500 mg/Kg 0.500 1 1211812009 13:36 NT 12/2212009 0:3:41 MBC 

Aroclor 1242 <0.500 mg/Kg 0.500 1 12!18/2009 13:36 NT 1212212009 03:41 MBC 

Aroclor 1248 <0.500 rng/Kg 0.500 1 1211812009 13:36 NT 12/22/2009 03:41 MBC 

Aroclor 1254 <0.500 rng/Kg 0.500 1 12/1812009 t3:36 NT 12/22/2009 0 3:41 MBC 

Aruc:lor 1260 -:0.500 mg/Kg 0.500 1 12/1812009 13:36 NT 12122/2009 03:41 MSC 
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ANALYTICAL RESULTS 

Analytics Corporation 
10329 Stony Run Lane 

Ashland, VA 23005 

Phone: (804)365-3000 
Fax: (804)365-3002 

Workorder: 9350023187835-FMD 

Lab ID: 9350023010 

Sample lD: 219-WG-10 

Parameters 

Polychlorinated Brphenyls(PCB) 

Analysis Oesc: SW-846 8082 

Aroclor 1221 

Arocl or 1232 

Arodor 1242 

Aroc!or 1248 

Arodor 1254 

Aroclor 1260 

Results Units Report limit 

Date Received: 12116/200912:50 

Date Collected: 12/14/2009 00:00 

Matrix.: Bulk 

Samp Type: NA 

OF Prepared By Analyzed By Qual 

Preparation Method: SW-846 35508 (PCB) ··--~~ 

Analytical Method: SW-846 8082 
wm 

<0.500 mg/Kg 0.500 1 12/21/2009 14A4 NT 12/2212009 13:25 MBC 

<0.500 mg/Kg 0.500 1 12/21/200914:44 NT 1212212009 13:25 MBC 

<0.500 rng/Kg 0.500 1 12121/2009 14:44 NT 12/221200913:25 MBC 

<0.500 mg/Kg 0.500 1 12/21/2009 14:44 NT 12122/200913:25 MBC 

<0.500 mgll(g o.soo 1 12/2112009 14:44 NT 1212212000 13:25 MBC 

<0.500 mgfKg 0.500 1 12/2112009 14:44 NT 12/2212009 13;25 MBC 

<0,500 mg/Kg 0.500 1 12/2112009 14:44 NT 12/2212009 1 :3; :>5 MBC 
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ANALYTICAL RESULTS 

Analytics Corporation 
10329 Stony Run Lane 

Ashland, VA 23005 
Phone: (804)365-3000 

Fax: {804)365-3002 

Workorder: 9350023 187835·FMD 

Lab lD: 9350023011 

Sample 10: 219-WG-11 

Parameters 

Polychlorinated Biphenyls( PCB) Lis Desc: SW-8~~ ,~~~~ 
Arcclor 1016 

Aroclor 1221 

Aroclor 1232 

Aroclor 1242 

Aroctor 1248 

Aroclor 1254 

Amclor1200 

Date Received: 1211612009 12:50 Matrix: Bulk 

Date Collected: 12/14/2009 00:00 Samp Type: NA 

Results Units Report Uml! OF Prepared By Analyzed By Qual 

Preparation Method: SW-846 355013 (PCB) ,J Analytical Method: SW-846 8082 
-<o:5oo !ng/Kg~w 0.500 1 12121!2009 14:44 NT 12/22/2009 13:47 MBC 

<0.500 mg/Kg 0.500 1 12121/2009 14:44 NT 12/2212009 13:47 MBC 

<0.500 mgfKg 0.500 1 12!2112009 14:44 NT 12122!2009 13:47 MBC 

<0.500 mg/Kg 0.500 1 12!21{2009 14:44 NT 1212212009 1:3:47 MBC 

<0.500 mg/Kg 0.500 1 12/21!2009 14:44 NT 12/2212009 13:4 7 MBC 

<0.500 mg/Kg 0.500 1 12121/2009 14:44 NT 12!22/2009 13:47 MBC 

"'0.500 mglKg 0.500 1 12l21f200q 14'44 NT 1212212009 13:47 MBC 
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ANALYTICAL RESULTS 

Ana!ytics Corporation 
10329 Stony Run Lane 

Ashland, VA 23005 

Phone: (804)365-3000 
Fax: {804)365-3002 

Workorder: 9350022 187835-FMD 

Lab 10: 9350022001 Dale Received: 12!16/2009 12:50 Matrix: Bulk 

Sample !D: 219-WOF-D1 Date Collec1ed: 12114/2009 00:00 Samp Type: NA 

Parameters Results Units ReportUmit DF Prepared By Analyzed By Qual 

Polychlorinated Biphenyls(PCB) 

Analysis Desc: sv\i':'846 8082-- PreparatioFJ Method: SW-846 35506 (PCB) J Analytical Method: SW-846 8082 
='·--·--····-~--,~----

, 1211a12oog 13:36 Aroclor 1016 <0.500 mg/Kg 0.500 NT 1212112009 18:00 MBC 

Amclor 1221 <0.500 rng!Kg 0.500 1 12118/2009 13:36 NT 12!21/2009 1 ;a: 00 MBC 

Aroclor 1232 <0.500 rng/Kg 0.500 1 12!18/2009 13:36 NT 12121/2009 1-8:00 MBC 

Aroclor 1242 <0.500 mg/Kg 0.500 1 12118/2009 13:36 NT 12/2112009 18:00 MBC 

Aroc1or 1248 <0,500 rng/Kg 0.500 1 12118/200913:36 NT '12121/2009 18:00 MBC 

Aroclor 1254 <0.500 mg/Kg 0.500 1 12118/2009 13:36 NT 1212112009 18:00 MBC 

Aroclor 1260 <0.500 mg!Kg 0.500 1 1211!lJ:l009 , 3:36 NT '12/21/2009 18.00 MBC 
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'. 

Workorder: 9350022 187835-FMD 

LabiD: 9350022002 

Sample 10: 219-WDF-02 

Parameters Results Units 

Analylics Corporation 
10329 Stony Run Lane 

Ashland, VA 23005 

Phone: (804)365-3000 
Fax: (804)365-3002 

ANALYTICAL RESULTS 

Date Received: 12/16/200912:50 Matrix: Bulk 

Date Co1lected: 12114f2009 00:00 Samp Type: NA 

Report Umit DF Prepared By Analyzed By Qual 

Polychlorinated Biphenyls(PCB) 

Analysis Desc: sw:8'"'40::6"""8"""08=-=2=-'-~--~---cp=-r~e-pa-ra---cl-,--io-n"7M.,.e'""th-o...,d-,: s"'w~'.""'-8""4"'"6""'35""5"""0"'B,-,("""P""cB=-)c-----~---.----~~~~-- J 
Analytical Method: SW-846 8082 

-.--~----- <o,soo mg/Kg '-o:5oo--212t1aliOo913:3e · Aroclor 1016 NT 12122/200910:18 MBC 

Aroclor 1221 <0.500 mg/Kg 0.500 2 12118/200913:36 NT 12122/2009 10:18 MBC 

Aroclor 1232 <0.500 mg/Kg 0.500 2 12118/2009 13:36 NT 12/2212009 1 0:18 MBC 

Aroclor 1242 <0.500 mg/Kg 0.500 2 12/18/200913:36 NT 1212212009 10:18 MBC 

Aroclor 1248 3.52 mg/Kg 0.500 2 12118/2009 13:36 NT 12/22!2009 1 0:18 MBC 

Aroc!or 1254 <0.500 mg/Kg 0.500 2 12118/2009 13:36 NT 121221200910:18 MBC 

Aroclor 1260 <0.500 mgiKg 0.500 2 1211812009 13:36 NT 12122!2009 Hl:1 !l MBC 
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ANALYTICAL RESULTS 

Analytics Corporation 
10329 Stony Run Lane 

Ashland, VA 23005 

Phone: (804)365-3000 
Fax: (804)365-3002 

Workorder: 9350022 187835-FMD 

LabiD: 9350022003 Date Received: 12116/2009 12:50 Matrix:: Bulk 

Sample ID; 219-WDF-DJ Date Collected: 12/1412009 00:00 Samp Type: NA 

Parameters Results Units Report Umit DF Prepared By Analyzed By Qual 

Polychlorinated Biphenyls{PCB) 

Latysis Desc: SW-846 8082 Preparation Method: SW-846 35508 (PCB) 

.. ~ Anatytical Method: SW-846 8082 

Aroclor 1016 <0.500 mg/Kg. ····---o:soo---:ro 1211812oo913:36 · NT 1212i/:2oo9 1 0:4t MBC 

Arodor 1221 <0.500 mg!Kg 0.500 10 12118/2009 13:36 NT 12/22/2009 1():41 MBC 

Aroclor 1232 <0.500 mg/Kg 0.500 10 12!ill/2009 13:36 NT 12/2212009 1 0:41 MBC 

Aroclor 1242 <0.500 mg!Kg 0.500 10 12/1812009 13:36 NT 12122/2009 1 0:41 MBC 

Aroclor 1248 37.0 mg/Kg 0.500 10 12!1812009 13:36 NT 12/2212009 1 0:41 MBC 

Aroclor 1254 ~o.soo mg/Kg 0.500 10 12.118/2009 13:36 NT 1212212009 1 0:41 MBC 

Aroc!or 1260 <0.500 mg/Kg 0.500 10 1211.BI2009 13:36 NT 12/2212009 1 0:41 MBC 
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ANALYTICAL RESULTS 

Analytics Corporation 
10329 Stony Run Lane 

Ashland, VA 23005 

Phone: (804)365-3000 
Fax: (804}365-3002 

Workorder: 9350022 187835-FMD 

LabiD: 9350022004 

Sample ID: 219-WDF-04 

Parameters 

Polychlorinated Biphenyls( PCB) 

~ A~alysis Dose: SW-846 8082 

Arodor 1016 

Aroclor 1221 

Aroclor 1232 

Aroclor 1242 

Aroclor 1248 

Aroclor 1254 

Aroclor 1260 

Date Received: 12/1612009 12:50 

Date Collected: 12!1412009 00:00 

Matrix: Bulk 

Samp Typo: NA 

Results Units Report Limit OF Prepared By Analyzed By Qual 

Preparation Method: SW-846 35508 (PCB) M-] 
Analytical Method: SW-846 8082 

"''-

1 12118!2009 13:36 t2121t2oo91B:os 
··--~--~ 

<0.500 mg!Kg 0.500 NT MBC 

<0.500 mg/Kg 0.500 1 12118/2009 13:36 NT 12121/2009 t 9:08 MBC 

<0.500 mg!Kg 0.500 1 12118!2009 13:36 NT 121211200919:08 MBC 

<0.500 mg/Kg 0.500 t 12/1812009 13:36 NT 12121/2009 19:08 MBC 

<0.500 mg/Kg 0.500 1 12118/2009 13;36 NT 121211200919:08 MBC 

<0.500 mgfKg 0.500 1 12/1812009 13:36 NT 12/21!2009 19:08 MBC 

<0.500 mg/Kg 0.500 1 12!1812009 H:36 Nl 1 <11<'1/2009 19:08 MBG 
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ANALYTICAL RESULTS 

Analytics Corporation 
10329 Stony Run Lane 

Ashland. VA 23005 

Phone: (804)365-3000 
Fax: (804)365-3002 

Workorder: 9350022 187835-FMD 

lab ID: 9350022005 
Sample ID: 219-WOF-05 

Parameters 

Polychlorinated Btphenyls(PCB) 

Analysis Desc: SW·846 8082 

Aroclor 1016 

Aroc!or 1221 

Aroclor 1232 

Aroclor 1242 

Aroclor 1248 

Aroclor 1254 

Arodor 1260 

Date Received: 12116/2009 12:50 Matrix: Bulk 

Date Collected: 12/1412009 00:00 Samp Type: NA 

Results Units Report Limit OF Prepared By Analyzed By 

Preparation Metho~t SW-846 35506 (PCB) 

Analytical Method: SW-846 8082 

<0.500 mg/Kg 0.500 1 12118J2oo91-3:3i!l NT- 12/211200919:31 MBC 

<0.500 mgiKg 0.500 1 1211812009 13:36 NT 1212112009 19:31 MBC 

<0.500 mg/Kg 0.500 1 12!181200913:36 NT 12121/2009 19:31 MBC 

<0.500 mgiKg 0.500 1 12118/200913:36 NT 12/21/2009 19:31 MBC 

<0.500 mgiKg 0.500 1 12118/2009 13:36 NT 121211200919:31 MBC 

<0500 mg/Kg 0.500 1 12118/2009 13:36 NT 12!2112009 19:31 MBC 

<0500 mgiKg 0.500 1 1211812009 13:3o NT 12121F.2009 19:3·1 MBC 
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Workorder: 9350022 187835-FMD 

Lab ID: 9350022006 
Sample ID: 219-WDF-06 

Parameters Results Units 

Polychlorinated Blphenyls(I'CB) 

Analytics Corporation 
10329 Stony Run Lane 

Ashland. VA 23005 

Phone: {804)365-3000 
Fax: (804)365-3002 

ANALYTICAL RESULTS 

Date Received: 12116/2009 12:50 Matrix,: Bulk 

Date Collected: 12/14/2009 00:00 Samp Typs: NA 

ReportUmit DF Prepared By Analyzed By OLJal 

Analysis Desc: SW-846 8082_, ____ __,P,--re_p_a-ra""""ti'""on--:-:M,--e\7h-od7:-,s""'w'"'"--;:84"'"6=-3=-=s""s""o"'"B""(P""C""B"")~ ---------~----, 

Analytical Method: SW-846 8082 

Amclor 1016 12/21/2009 20:01 MBC 

Aroctor 1221 <0500 mgiKg 0.500 1 12/1812009 13:36 NT 1212112009 20:01 MBC 

Aroc!or 1232 <0.500 mg/Kg 0.500 1 12118/2009 13:36 NT 1212112009 20:01 MBC 

Amdor 1242 <0.500 mgJKg 0.500 1 1211812009 13:36 NT 12121/2009 20:01 MBC 

Aroclot 1248 <0.500 mg/Kg 0.500 1 12/18/200913:36 NT 12/21/2009 20:01 MBC 

AIOC!or 1254 <0.500 mgiKg 0.500 1 12118/2009 13:36 NT 12121/2009 20:01 MBC 

Aroclor 1260 <0.500 mg/Kg 0.500 1 12118/ZUUY 13;36 NT '1212'112009 20:0 1 MBC 
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ANALYTICAL RESULTS 

Analytics Corporation 
10329 Stony Run Lane 

Ashland, VA 23005 

Phone: (804)365-3000 
Fax: (804)365-3002 

Workorder: 9350022 187835-FMD 

LabiD: 9350022007 
Sample ID: 219-WDF..(l7 

Parameters Results Units 

Polychlorinated Biphenyls(PCB) 

Date Received: 12/16/2009 12:50 

Date Collected: 12114/2009 00:00 

Matrix: Bulk 

Samp Type: NA 

Report Limit DF Prepared By Analyzed By Qual 

! An<~lysls Dlisc: SW-846 8082 Preparation Method: SW-846 35508 {PCB} ~ 

l ~--- ~-- "' ----· ~nalytical M:thod: SW-S~~ 8082 .. _ . __j 
Aroc!or 1016 <:0.500 mg/Kg 0.500 1 12/18i2009 13:36 NT 12/21/2009 20:32 MBC 

Aroclor 1221 <0.500 mgiKg 0.500 i 12/18/2009 13:36 NT 12121/2009 20:32 MBC 

Aroclor 1232 <0.500 mg!Kg 0.500 1 12/18/2009 13:36 NT 12/21!2009 20:32 MBC 

Aroclor 1242 <0 500 mg/Kg 0.500 1 12!18/200913:36 NT 12121/2009 20:32 MBC 

Aroclor 1 248 <:0.500 mg!Kg 0_500 1 12118/200913:36 NT 12121/200920:32 MBC 

Arocior 1254 <0.500 rng/Kg 0.500 1 12118/200913:36 NT 12!21/2009 20:32 MBC 

~~------------~~~=-----~~--~~~~~ Aroclor 1260 <0.500 mgiKg 0.500 1 12/181200913:36 NT 12121/2009 20:32 MBC 
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ANALYTICAL RESULTS 

Analytics Corporation 
10329 Stony Run Lane 

Ashland, VA 23005 

Phone: (804)365-3000 
Fax:: (804)365-3002 

Workorder: 9350022 187835-FMD 

Lab 10: 9350022008 Date Received; 12116!2009 12 50 Matrix: Bulk 

Sample ID: 219-WDF-08 Date Collected: 12114/2009 00:00 Samp Type: NA 

Parameters Results Units Report limit OF Prepared By Analyzed By Qual 

Polychlorinated Biphcnyls(PCB) 

Analysis Desc: SW-846 8082 Preparation Method: SW-848 35508 (PCB) 

m~-J Analytk·.al Method: SW-846 8082 

Aroclor 1016 <0.500 mgJKg o.S:Oo 1 12t1B!2009 13:36 NT 12/21/2009 21:02 MBc-" 

Aroclor 1221 <0.500 mg/Kg 0.500 1 12118/2009 13:36 NT 12/21/2009 21:02 MBC 

Aroclor 1232 <0.500 mgiKg 0.500 1 12/1812009 13:36 NT 1212112009 21:02 MBC 

Aroclor 1242 <0.500 mg/Kg 0.500 1 1211812009 13:36 NT 12121/2009 21:02 MBC 

Aroclor 1248 <0.500 mg/Kg 0.500 1 12118/2009 13:36 NT 12121/2009 21:02 MBC 

Aroclor 1254 <0.500 rng/Kg 0.500 1 12/18/2009 13:36 NT 1212112009 21:02 MBC 
'" 

Aroclor 1260 <0.500 mg!Kg 0500 1 1211B!2009 13:36 NT 12/2112009 21:02 MBC 
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ANALYTICAL RESULTS 

Analytics Corporation 
1 0329 Stony Run Lane 

Ashland, VA 23005 

Phone: (804)365-3000 
Fax: (804)365-3002 

Workorder: 9350022 187835-FMD 

LabiD: 9350022009 Date Received: 12116!2009 12:50 Matrix: Bulk 

Sample !D: 219-WDF-09 Date Collected: 1211412009 00:00 Samp Type: NA 

Parameters Results Units Report Limit DF Prepared By Analyzed By Qual 

Polychlorinate-d Biphenyls(PCB) 

Analysis Desc; SW-B46 8082 PreparatiOn Method: SW·846 35508 (PCB) 

,~] Analytical Method: SW-{346 8082 

Aroclor 1016 ·:10.0 mg/Kg ... ,, __ "'1~60 12/1812009 13:36 NT 1212212009 11:04 MBC 

Aroclor 1221 <10.0 mgiKg 10.0 200 1211812009 13:36 NT 12122120o9 n :04 MBC 

Aroclor 1232 <10.0 mg/Kg 10.0 200 1211812009 13:36 NT 12/2212009 11 :04 MBC 

Aroclor 1242 <10.0 mgfl<g 10.0 200 1211812009 13:36 NT 12122/2009 11 :04 MBC 

1\roclor 1248 <10.0 mg/Kg 10.0 200 12/18/2009 13:36 NT 12122/2009 11 :04 MBC 

Aroclor 1254 443 mgJKg 10.0 200 12118/2009 13:36 NT 1212212009 11:04 MBC 

Aroclor 1260 <10.0 mg/Kg 10.0 200 1211BI2oo913:36 NT 12/22/2009 11 :04 MBC 
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ANALYTICAL RESULTS 

Analytics Corporation 
10329 Stony Run Lane 

Ashland, VA 23005 

Phone: (804)365-3000 
Fax: (804)365-3002 

Workorder: 9350022 187835-FMO 

LabiD: 9350022010 Date Received: 12/1612009 12:50 Matrix: Bulk 

Sample ID: 219-WOF-10 Dale Collected: 12/14/2009 00:00 Samp Type: NA 

Parameters Results Units Report Limit DF Prepared By Analyzed By Qual 

Polychlorinated Biphenyls(P'CB) 

Analysis Desc: SW-846 8082 Preparatior1 Method: SW-846 35508 {PCB~)-----,~---- J Analytical Method: SW-846 8082 

<O,SOO mgiKg '""'' 
1 12/1812009 13:36 N"T--~12i2Ti2oo9 22:04 -·r...,sc Aroclor 1016 0.500 

Aroclor 1221 <0.500 mg/Kg 0.500 1 12118/2009 13:36 NT 12/2112009 22:04 MBC 

Aroc!or 1232 <0.500 mg!Kg 0,500 1 12118!2009 13:36 NT 12/21/2009 22:04 MBC 

Aroclor 1242 <0.500 mgiKg 0.500 1 1211812009 13:36 NT 12121/2009 22 04 MBC 

Aroclor 1248 <0.500 mg/Kg 0.500 1 12118/2009 13:36 NT 1212112009 22:04 MBC 

Aroc!or 1254 2.64 mg/Kg 0.500 1 1211812009 13:36 NT 12/2112009 22:04 MBC 

Aroclor 1260 <0,500 mg/Kg 0500 1 12/18120091:l::Jij NT 12121/2009 22:04 MBC 
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AoANALYTICS 

Workorder: 9350022 187835-FMD 

lablD: 9350622011 
Sample ID: 219-WDF-11 

Parameter.; Resulis Units 

Polychlorinated Biphenyls(PCB) 

Analylics Corporation 
10329 Stony Run Lane 

Ashland, VA 23005 

Phone: (804)365-3000 
Fax: (804)365-3002 

ANALYTICAL RESULTS 

Date Received: 12l16/200912:50 Matrix: Bulk 

Dale CoUected: 12114/2009 00:00 Samp Type: NA 

Report limit OF Prepared By Analyzed By Qua! 

Analysis Desc: SW-846 8082 Preparation Method: SW-846 35508 (PCB) 

"~-"""''-' 
Artaly11cal Method: SW-846 8082 

Aroclor 1016 <0.500 mg/Kg ~---o.soi:r 1 1211812009 13:36 NT 12h1/2009 22:35 MBC 

Aroclor 1221 <0.500 mg!Kg 0.500 1 12113!2009 13:36 NT 1212112009 22:35 MBC 

Aroclor 1232 <0.500 mgiKg 0.500 1 1211812009 13:36 NT 12/2112009 22:35 MBC 

Aroclor 1242 <0.500 mg/Kg 0.500 1 12!18/2009 13:36 NT 1212112009 22:35 MBC 

Aroclor 1248 <0.500 mgiKg 0,500 1 12118{2009 13:36 NT 12!21/2009 22:35 MBC 

Aroclor 1254 <0.500 mgiKg 0.500 1 12.11812009 13:36 NT 12121(2009 22:35 MBC 

Aroclor 1260 <0.500 mg!Kg 0.500 1 12/1812009 13:38 Nl 12/2112009 22:35 MBC 
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.A!'NA~VTICS 

Won< order: 9350025 187835-FMD 

Lab 10: 9350025001 
Sample ID: 219-twD-01 

Parameters Results Units 

Polychlorlnatod Biphenyls( PCB) 

Analytics Corporation 
10329 Stony Run Lane 

Ash! and, VA 23005 

Phone: (804)365-3000 
Fax: (804)365-3002 

ANALYTICAL RESULTS 

Date Received: 12116/2009 12:50 Matrix: Bulk 

Date Collected: 1211412009 00:00 Samp Type: NA 

Report Limit DF Prepared By Analyzed By Qual 

Liy~~~ Desc: SW-846 8082 Preparation Method: SW·846 3550B (PCB) 

~"~] Analytical Method: SW-846 8082 

Aroclor 1 0 16 <0.500 mg/Kg 0.5DO 1 12/21/2009 14:44 NT 12/221200916:50 MBC 

Aroclor 1221 <0.500 mg/Kg 0.500 12/2112009 14:44 NT 12/22!2009 16:50 MBC 

Aroclor 1232 <0.500 mgiKg (L500 1 12/2112009 14:44 NT 12122/2009 16:50 MBC 

Awclor 1242 <0.500 mgiKg 0.500 1 12/21/2009 14:44 NT 1212212009 16:50 MBC 

Aroc!or 1248 <0.500 rng/Kg 0.500 1 1212112009 14:44 NT 12122/200916:50 MBC 

Aroclor 1254 0.713 mgJKg 0.500 1 12/2112009 14:44 NT 12/22/2009 16:50 MBC 

Aroc1or 1260 "'0.500 mgJKg 0.500 1 12121/200!) 14'44 NT 1?./7?1?009 Hi:50 MF!C 
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ANALYTICAL RESULTS 

Ana!ytics Corporation 
10329 Stony Run Lane 

Ashland, VA 23005 

Phone: (804)365-3000 
Fax: (804)365-3002 

Workorder: 9350025 1 8783&-FMD 

Lab ID: 9350025002 Date Received: 12/1612009 12:50 Matrix~ Bulk 

Sample ID: 219-lWD-02 Dale Co!lecled; 12/14/2009 00:00 Samp Type: NA 

Par<~meters Results Units Report Umit DF Prepared By Analyzed By Qual 

Polychlorinated Slphenyls(PCB) 

1 Analysis Desc: SW-846 8082 Preparation Method: SW-846 35508-{PC-B) _] L Analytical Method: SW-846 8082 

Aroclor 1016 <0.500 mgiKg o:5oo 1 12121/2009 14:44- NT 12/22/2009 17:14 MBC 

Arodor 1221 <o.soo mg/Kg 0.500 1 121211200914:44 NT 12/2212009 17:14 MBC 

/\roclor 1232 <0.500 mgiKg 0.500 '1 1212112009 14:44 NT 1212212009 17:14 MBC 

Aroclor 1242 <0.500 mg!Kg 0.500 1 12/2112009 14:44 NT 12/22/2009 17:14 MBC 

Aroclor 1248 <0.500 mg/Kg 0.500 1 1212112009 14:44 NT 12/22/200917:14 MBC 

Aroclor 1254 <0.500 mg/Kg 0,500 1 12121!2009 14:44 NT 1212212009 17:14 MBC 

Aroclor 1260 -<=0.500 mg/Kg 0.500 1 12121/2009 11:+1 NT 121221200917;14 MBG 
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ANALYTICAL RESULTS 

Analytic..s Corporation 
10329 Stony Run Lane 

Ashland, VA 23005 

Phone:. (804)365-3000 
Fax: (804}365-3002 

Work order: 9350025 187835-FMD 

Lab ID: 9350025(103 Date Received: 1211612009 12:50 Matrix: Bulk 

Sample 10: 219-IW0-03 Dale Collected: 12/1412009 00:00 SampType: NA 

Parameters Results Units Report Limit OF Prepared By Analyzed By Qual 

Polychlorinated Biphenyls(PCB) 

Analysis Desc: SW-846 8082 Preparation Method: SW-846 355DB (PCB) 

Analytical Method: SW-846 8082 
-~«<«<""'N'MMv~· 

<0.500 mg/Kg., 0.500 ~-r 1212112oos 14:44 NT MBc Aroclor 1016 12122/200917:37 

Aroclor 1221 <0.500 mgll<g 0.500 1 1212112009 14;44 NT 1212212009 17:37 MBC 

Arodor 1232 <0.500 mg/Kg 0.500 1 12/21!2009 14:44 NT 1212212009 17:37 MBC 

Aroclor 1242 <0.500 mg/Kg 0.500 1212112009 14:44 NT 12!2212009 17:37 MBG 

Arodor 1248 <0.500 mg/Kg 0.500 1 12/2112009 14;44 NT 1212212009 17:37 MBC 

Aroclor 1254 1.16 mg/Kg 0.500 1 12!2112009 14:44 NT 12122!2009 17:37 MBC 

Aroclor 1260 <0.500 mgll\g 0.500 1 12,121/2009 11:11 NT 12122/2009 17;37 MSC 
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ANALYTICAL RESULTS 

10329 Stony Run Lane 
Ashland, VA 23005 

Phone: (804)365-3000 
Fax: (804)365-3002 

Workorder 9350025 187835-FMD 

Lab ID: 9350025004 

Sample ID: 219·1WD-04 

Para motel'S 

Polychlorinated Biphenyls( PCB) 
Analysis Desc; SW-846 8082 

-~-~~--------· 

Aroclor 1 01 6 

Aroclor1221 

Aroclor 1232 

Aroclor 12 4 2 

Aroclor 1248 

Aroclor 1254 

ArocJor 1260 

DateReceived: 12116/200912:50 

Date Collected: 12/14/2009 00:00 

Matrlx: Bulk 

Samp Type: NA 

Results Units Report Limit DF Prepared By Analyzed By 

Preparation Method; SW-846 35508 (PCB) 

Analytical Method: SW-846 8082 

<o:soo mgiKg 6~5/J'o 1 1212112009 14:44 NT 12122/200918:02 MBC 

<0,500 mg/Kg 0.500 1 12/2112009 14:44 NT 12/22:12009 18:02 MBC 

<0.500 mg/Kg 0.500 1 12121/2009 14:44 NT 12/2212009 18:02 MBC 

<0.500 mg!Kg 0.500 1 12/21/2009 14:44 NT 12122/200918:02 !.•1BC 

<0.500 mgiKg 0.500 1 1212112009 14:44 NT 12122/2009 18:02 MBC 

0.609 mg/Kg 0.500 1 1212112009 14:44 NT 12/22/200918:02 MBC 

<0.500 mg/Kg 0.500 1 12121/2009 14 ;44 NT 12122120091-8:02 MBC 
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ANALYTICAL RESULTS 

Analytics Corporation 
10329 Stony Run Lane 

Ashland, VA 23005 

Phone: (804)365-3000 
Fax: (804)365-3002 

Work order: 9350025 1 87835-FMD 

Lab ID: 9350025005 

Sample ID: 219-IW0-05 

Parameters 

Polychlorinated Biphenyls(PCB) 

I Analysis Des~-m~:~~~~ 8082 

Aroclor 1016 

Aroc!or 1221 

Aroc!or 1232 

Aroclor 1242 

Aroclor 1248 

Aroclor 1254 

Aroclor 1260 

Date Received: 12/16/200912:50 Matrix: Bulk 

Date Collected: 12/14/2009 00:00 Samp Type: NA 

Results Units Report Limit OF Prepared By Analyzed By Qual 

·-~·Preparation Method: SW-846 3550B (PCB) 

Analytical Method: SW-846 8082 

<0.500 mg/Kg 0.500 1 12121/200{t-i4:44 NT 12/2212009 1:6:28 MBC 

<0.500 mgiKg 0.500 1 1212112009 14:44 NT 1212212009 1.8:28 MBC 

<0.500 mg!Kg 0.500 1 12121/2009 14:44 NT 1212212009 1 8:28 MBC 

<0.500 mgfl<g 0.500 1 12/2112009 14:44 NT 12122/2009 18:28 MBC 

<0.500 mg/Kg 0.500 1 12/2112009 14:44 NT 12122/2009 18:28 MBC 

<0.500 mg/Kg 0.500 1 12121/2009 14:44 NT 1212212009 18:28 MBC 

<;(l~(l(l mg/Kg 0.500 1 1212112009 14:44 NT 1212212009 18:28 MBC 

39 



ANALYTICAL RESULTS 

Analytics Corporation 
10329 Stony Run Lane 

Ashland, VA 23005 

Phone: (804)365-3000 
Fax: (804)365-3002 

Work order: 9350025 187835-FMD 

Lab 10: 9350025M6 Date Received: 12/16/2009 12:50 Matrix: Bulk 

Sample tO: 219-IWD·OO Date Collected: 12114/2009 00:00 Samp Type: NA 

Parameters Results Units Report limit DF Prepared By Analyzed By Qual 

Polychlorinated alphenyls(PCB) 

Analysis Desc; SW-846 8082 Preparation Method: SW-846 355{}8 (PCB) .. =.=J Ana!ytic.1l Method: SW-846 8082 

Aroclor 1016 <0.500 rng/Kg 0.500 1 1212112009 14:44 NT 12/2212009 18:54 MBC 

Aroclor 1221 <0.500 mg/Kg 0.500 1 12121/2009 14:44 NT 12122/200918:54 MBC 
Aroctor 1232 <0.500 mg/Kg 0.500 1 12/2112009 14:44 NT 12/2212009 18:54 MBC 

Aroclor 1242 <0.500 mg/Kg 0.500 1 1212112009 14:44 NT 12122/2009 18:54 MBC 

Aroclor 1248 <0.500 mg/Kg 0.500 1 12121/2009 14:44 NT 12/22/200918:54 MBC 

Aroclor 1254 <0.500 mg/Kg 0.500 1 12l21l2009 14:44 NT 12122/2009 18:54 MBC 

Aroclor 1260 <0.500 mg!Kg 0.500 1 12121/?(l(lQ 14•44 NT 1 ;>/:>:>t:>009 1 !!: 54 MBC 
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AxANA_LYTICS 

Workomer: 9350025 187835--PMD 

ANALYTICAL RESULTS 

Analytics Corporation 
10329 Stony Run Lane 

Ashland, VA 23005 

Phone: (804)365·3000 
Fax: (804)365-3002 

L<~b 10: 9350025007 Date Received: 12/1612009 12:50 Matrix: Bulk 

Sample tO: 219-IWD-07 Date Collected: 12114/2009 00:00 Samp Type: NA 

PanJmeters Resuils Units Report Limit OF Prepared By Analyzed By Qual 

Polychlorinated Biphenyls( PCB! 

Analysis Desc: SW-846 8082 Preparation Method: SW·846 35508 {PCB) 

Analytical Method: SW-845 8082 

Aroclor 1016 <0.500 mg!Kg 0.500 1 12/2112009 14:44 • NT--12/22/200919:19 MBC 

Amdor 1221 <0.500 mg/Kg 0.500 1 12121/2009 14:44 NT 12/22/2009 19:19 MBC 

Aroc!or 1232 <0.500 mg/Kg 0.500 1 1212112009 14:44 NT 1212212009 19:19 MBC 

Aroc!or 1242 <0.500 mg/Kg 0.500 1 1212112009 14:44 NT 12122/2009 19:19 MBC 

Aroclor 1248 <0.500 mgiKg 0.500 1 1212112009 14:44 NT 121221200919:19 MBC 

Aroclor 1254 <0.500 mg/Kg 0.500 1 12!21!2009 14:44 NT 12{2212009 19:19 MBC 

Ar(.'u::lt>r 1 ?f\0 <0.500 mg!Kg 0.500 1 12/21/2009 14:44 NT 12/2212009 19:19 MBC 
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; 

Work order: 9350025 187835-FMD 

Lab ID: 9350025008 
Sample ID: 219-IW0-08 

Parameters Results Units 

Polyehlorlnated Biphenyls(PCB) 

ANALYTICAL RESULTS 

Date Received: 12116/2009 12:50 

Date Cotlected: 12/14/2009 00:00 

Analytics Corporation 
10329 Stony Run lane 

Ashland, VA 23005 
Phone: (804)365-3000 

Fax: (804)365-3002 

Matrix; Bulk 

Samp Type: NA 

Report limit DF Prepared By Analyzed By Ouaf 

e~a!ys~~ Desc: SW~46 80~~--"""" Prepara\1on Method: SW-846 3550'!3 \PCB) 

Analytical Method: SW-846 8082 

Aroclor 1016 <0.500 mgiKg 0.500 1 1212112oo9 1:F44 NT 12/2212009 19:45 MBC 

Aroclor 1221 <0.500 mg/Kg 0.500 1 12121/2009 14:44 NT 1212212009 19:45 MBC 

Aroclor 1232 <0.500 mg/Kg 0.500 1 12/2112009 14:44 NT 12122/2009 1 '9:45 MBC 

Aroclor 1242 <0.500 mg!Kg 0.500 1 1212112009 14:44 NT 1212212009 1'9:45 MBC 

Aroclor 1248 <0.500 mg/Kg 0.500 1 12121/2009 14:44 NT 1212212009 1'9:45 MBC 

Aroclor 1254 <0.500 mg/Kg 0.500 1 12121/2009 14:44 NT 12!22/2009 1 9:45 MBC 

Aroclor 1260 <'0.500 mgiKg 0.500 1 121?1/?flO<:! 14:44 NT 17.1??12009 1 9:45 MBC 
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ANALYTiCAL RESULTS 

Analytics Corporation 
10329 Stony Run Lane 

Ashland, VA 23005 

Phone: (804}365-3000 
Fax: (804)365-3002 

Worlwrder; 9350025 187835-FMO 

Lab ID: 9350025009 
Sample ID: 219-IWD-09 

Parameters Results Units Report Limit 

Polychlorinated Biphenyls( PCB) 

Analysis Desc: SW-846 8082 

Dale Received: 12116/2009 12:50 

Date Collected: 12/1412009 00:00 

Matrix: Bulk 

Samp Type: NA 

OF Prepared By Analyzed By Qual 

Preparation Method: SW·84G 35508 (PCBr--·-­

Am>lytical Method: SW-846 8082 
LA_ro_cl-or_1_0_1_6 _______ <0~."'s·o"'o::---m-g71K-:-g--=--___,o'""'.50o· _1.12J""2-1-.12-.0-.09~1· 4:44··· NT 

"·-~ 

12122:c:12:::o:-::o=-9 -=2-=-o.-=.3=7 --=-M=sc 

Aroclor 1221 <0.500 mg/Kg 0.500 1 12121/2009 14:44 NT 1212212009 20:37 MBC 

Aroclor 1232 <0.500 mg!Kg 0.500 1 12!2112009 14:44 NT 1212212009 20:37 MBC 

Aroclor 1242 <0.500 mg!Kg 0.500 1 12!21/2009 14:44 NT 1212212009 20:37 MBC 

Aroclor 12 48 0.696 mg/Kg 0.500 1212112009 14:44 NT 12122/2009 2:0:37 MBC 

Aroclor 1254 0.695 mg/Kg 0.500 1 12121/2009 14:44 NT 12122/2009 20:37 MBC 

/\rodor 1260 <0.500 mg/Kg OSOO 1 12121/2009 14:44 NT 1212212009 20:37 MBC 
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.A_ANALVTICS 
. . .·' J...JL. 3J" . u 

Work order. 9350025 187835-FM D 

Lab tD; 9350025010 
Sample ID: 219-IWD·10 

Parameters Results Units 

Polychlorinated Biphenyls{PCEI} 

Analytics Corporation 
10329 Stony Run Lane 

Ashland, VA 23005 

Phone: (804}365-3000 
Fax: (804)365-3002 

ANALYTICAL RESULTS 

Date Received: 12/161200912:50 Matrix: Bulk 

Date Collected: 12/1412009 00:00 Samp Typo: NA 

Report limit DF Prepared By Analyzed By Qual 

Analysis Desc: SW-846 8082 Preparation Method: SW-846 35509 (PCB) 

~ Analytical Method: SW-846 8082 
-----·----·-··--·-·-·-··----------·--·· -o.soo··· .... , .. «,«·--~~~~-· 

Aroclor 1016 <0.500 mg/Kg 1 12/2112009 14:44 NT 12/2212009 21 :02 MBC 

Arodor 1221 <0.500 mg/Kg 0.500 12/21!2009 14:44 NT 12/2212009 21:02 MBC 

Arodor 1232 <0.500 mg/Kg 0.500 1 12121/200914:44 NT 12/2212009 21:02 MBC 

Aroclor 1242 <0.500 mgiKg 0.500 1 12/21/2009 14:44 NT 1212212009 21 :02 MBC 

Aroclor 1248 <0.500 mg/Kg 0.500 1 12/211200914:44 NT 12/2212009 21:02 MBC 

Aroclor 1254 <0.500 mg/Kg 0.500 1 12/2112009 14:44 NT 1212212009 21:02 MBC 

Aroclor 1260 <0.500 mgll<g 0.500 1 12/2112009 14:44 NT 12122/2009 21:02 MBG 
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ANALYTICAL RESULTS 

Analytics Corporation 
10329 Stony Run Lane 

Ashland, VA 23005 

Phone: {804)365-3000 
Fax: (804)365-3002 

Workorder: 9350025 187835-FMD 

Lab tO: 9350025011 Date Received: 12116!2009 12:50 Matrix: Bulk 

Sample ID: 219-IW0-11 Dale Collected: 12114!2009 00:00 Samp Typo: NA 

Parameters Results Units Report Limit DF Prepared By Analyzed By Qual 

Polychlorinated Blphenyls(PCBJ 

! Analysis Desc: SW-846 8082 Preparation Method: SW-846 35508 (PCB) 
! 

Analytical Method: SW-846 8082 ! 
'-- -··--'-'······-······,~······· <o:tmrm9fk9- ----,.-------·-· 
Aroclor 1016 0.500 1 1212112009 14:44 NT 12122/2009 21:28 MBC 

Aroclor 1221 <0.500 mg/Kg 0.500 1 1212112009 14:44 NT 1212212009 21:28 MBC 

Aror::lor 1232 <0.500 mg/Kg 0.500 1 12121/2009 14;44 NT 12122!2009 21:28 MBC 

Aroclor 1242 <0.500 mg/Kg 0.500 1 12/2112009 14:44 NT 12122/2009 21 :28 MBC 

Aroclor 1248 <0.500 mgiKg 0.500 1 1212112009 14:44 NT 1212212009 21 :28 MBC 

Aroclor 1254 0.663 mg/Kg 0.500 1 1212112009 14:44 NT 1212212009 21 :28 MBC 

Aroclor 1260 <0.500 mg/Kg 0.500 1 1212112009 14:44 NT 12122!2009 21 :28 MBC 
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ANALYTICAL RESULTS 

Analytics Corporation 
10329 Stony Run Lane 

Ashland, VA 23005 

Phone: (804)365-3000 
Fax: (804)365-3002 

Workorder: 9350024 187835-FMD 

La!> tO: 9350024001 

Sample ID: 219·DR·01 

Parameters 

Polychlorlnat<~d Blphcnyls{PCB) 

Analysis Desc: SW-846 8082 

Aroclor 1 016 

Arodor 1221 

Aroclor 1232 

Arodor 1242 

Aroclor 1248 

Arodor 1254 

Aroclor 1260 

Date Received: 12!16!200912:50 

Date Collected: 1211412009 00:00 

Matrix: Bulk 

Samp Type: NA 

Results Units Report limit OF Prepared By Analyzed By 

Preparation Method: SW-846 3550B (PCB) 

Analytical Metlloo: SW-846 8082 

<0.500 mg/Kg 0.500 1 12!211200914:44" NT 1212212009 14:10~~MBC 

<0.500 mg/Kg 0.500 1 12121/2009 14:44 NT 12122/2009 14:10 MBC 

<0.500 mg!Kg 0.500 1 12121/2009 14:44 NT 12!22!2009 14:10 MBC 

<0.500 mg/Kg 0.500 1 1212112009 14:44 NT 12/2212009 14:10 MBC 

<0.500 mg/Kg 0.500 1 12/2112009 14:44 NT 12122/2009 14:10 MBC 

<0.500 mgiKg 0.500 1 12121/2009 14:44. NT 12122/2009 14:10 MBC 

"0.500 mg/Kg 0.500 1 121?1 1?009 14:44 NT 1?1?::?1?009 14:10 MBC 

46 

Qual 



ANALYTICAL RESULTS 

Analytics Corporation 
10329 Stony Run Lane 

Ashland, VA 23005 

Phone: (804)365-3000 
Fax: (804}365-3002 

Work order: 9350024 187835-FMD 

Lab 10: 9350024002 Date Reooived: 12!16/2009 12:50 Matrix: Bulk 

Sample lD: 219-DR-02 Date CoUected: 12[14/2009 00:00 Samp Type: NA 

Parameters Results Units Report Umit OF Prepared By AMiyzoo By Qual 

Polyehlorlnatod Biphenyls( PC a) 

f Analysis Desc: SW-846 808i Preparalion Method: SW-846 35508 (PCB) J I Analytical Metho<l: SW-846 8082 

Arock'lr 1016 <0.500 mgiKg 0.500 1 12121/2009 14:44 NT 121:221.2oos 14:33 MBC 

Aroclor 1221 <0.500 mg/Kg 0.500 1 12121/2009 14:44 NT 12122/2009 14:33 MBC 

Aroclor 1232 <0.500 mg/Kg 0.500 1 12/21/2009 14:44 NT 12/22/2009 14:33 MBC 

Aroclor 1242 <0.500 mg/Kg 0.500 1 12121/2009 14:44 NT 12/22/2009 14:33 MBC 

Aroclor 1248 <0.500 mgiKg 0.500 1 12/21/2009 14:44 NT 12/22/2009 14:33 MBC 

Aroclor 1254 1.92 mgiKg 0.500 1 12.12112009 14:44 NT 121221200914:33 MBC 

Amctor 1260 "0.500 mg/Kg 0.500 1 12.121/2009 14:44 NT 1212?1?1)09 14-:-n MRG 
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ANALYTICAL RESULTS 

Analytics Corporation 
10329 Stony Run Lane 

Ashland, VA 23005 

Phone: (804)365-3000 
Fax: (804}365-3002 

Workorder: 9350024 187835-FMD 

Lab !0: 9350024003 Date Received: 12/16,12009 12:50 Matrix: Bulk 

SamptelD: 219-DR-03 Date CoUecled: 12114/2009 00:00 Samp Type: NA 

Parameters Results Units Report Limit DF Prepared By Analyzed By Qual 

Polychlorinated Biphenyls(PCB) 

Analysis Oesc: SW-846 8082 Preparation Method: SW-846 35508 (PCB) l Analytical Method: SW-846 8082 

Arcclor 1016 <O~SOO mg/Kg 0.500 1 12/211200914:44 NT "12i221200914:33 MBC 

Aroclor 1221 <0.500 mgiKg 0.500 1 12121/200914:44 NT 12/22/2009 14:33 MBC 

Aroclor 1232 <0.500 mgfKg 0.500 1 1212112009 14;44 NT 12/2212009 14:33 MBC 

Awc!or 1242 <0.500 mgJKg 0.500 1 12/21/2009 14:44 NT 1212212009 14:33 MBC 

Arodor 1248 0.518 mg/Kg 0.500 1 12/21/2009 14:44 NT 1212212009 14:33 MBC 

Aroclor 1254 <0 .. 500 mg/Kg 0.500 1 12121.12009 14:44 NT 12/2212009 14:33 MBC 

1\roclor 1260 <0.500 mg/Kg osno 1 1?/?112009 14:44 NT 12/22/2009 14:33 MBC 
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ANALYT1CAL RESULTS 

Analytics Corporation 
10329 Stony Run Lane 

Ashland, VA 23005 

Phone: (804)365-3000 
Fax: (804}365-3002 

Workordar: 9350024 187835-FM D 

Lab !D: 9350024004 
Sample !0: 219-DR-04 

Parameters 

Potychlorlnated Biphonyls(PCB) 

Analysis Oesc: SW-846 8082 

Aroclor 1016 

Aroclor 1221 

Aroclor 1232 

Arodor 1242 

Aroclor 1248 

Aroclor 1254 

Arootor 1200 

Results Units Report Limit 

Date Received: 1211612009 12:50 

Date Collected: 12/1412009 00:00 

Matrix: Bulk 

Samp Type: NA 

DF Prepared By Analyzed By Qual 

Preparation Method: SW-846 35508 (PCB) 

~ Analytical Method: SW-646 8082 

<o .soo-·mgll<g ----o:saa·· 2 1212112009 14:44 NT 1212312009 11:53 MBC 

<0.500 mg!Kg 0.500 2 12/2112009 14:44 NT 12123/2009 11:53 MBC 

<0.500 mg/Kg 0.500 2 12/2112009 14:44 NT 12/23/2009 11:53 MBC 

<0.500 mg/Kg 0.500 2 12121/2009 14:44 NT 121231200911:53 MBC 

<0.500 mgll<g 0.500 2 12/2112009 14:44 NT 12/2312009 11:53 MBC 

3.68 mgll<g 0.500 2 12/21!2009 14:44 NT 12/2312009 11:53 MBC 
-<0.500 mgiKg 0.500 2 12/21/2009 14:44 NT 12123/200911:53 MBC 
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Worllorder: 9350024 187 835·FM D 

labiD: 9350024005 

Sample lD: 219-DR-05 

Parameters Resurts Units 

Polychlorinated Biphenyls(PCS) 

Analylics Corporation 
10329 Stony Run Lane 

Ashland, VA 23005 

Phone: (804)365-3000 
Fax: (804)365-3002 

ANAlYTICAL RESULTS 

Date Received: 12/16/2009 12:50 Matrix: Bulk 

Date Collected: 12/14/2009 00:00 Samp Type: NA 

Report limit DF Preparod By Analyzed By Qual 

Analysis Desc: SW-846 8082 Preparation Method: SW-846 3550B {PCB) -~""] 
Analytical Method: SW-846 8082 

Aroclor 1016 <0.500 mg!Kg 0.500 1 12/21/2009 1·4:44 NT 12/2212009 1"5:42- MBC 

Aroclor 1221 <0.500 mg/Kg 0.500 1 1212112009 14:44 NT 12122/2009 15:42 MBC 

Aroc!or 1232 <0.500 mgiKg 0.500 1 12/2112009 14:44 NT 12/221200915:42 MBC 

Aroclor 1242 <0.500 mg/Kg 0.500 1 12121/2009 14:44 NT 12/22/2009 15:42 MBC 

Aroclor 1248 <0,500 mg!Kg 0.500 1 12/2112009 14:44 NT 12!2212009 15:42 MSC 

Aroclor 1254 <0,500 mg/Kg 0.500 1 1212112009 14:44 NT 12122!2009 1 5:42 MBC 

Aroclor 1260 -:0.500 mg/Kg 0.500 1 12/21 /2009 t <hl4 NT 1 ?1::>::>12009 1 5:42 MBC 
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ANALYTICAL RESULTS 

Analytics Corporation 
1 0329 Stony Run Lane 

Ashland, VA 23005 

Phone: (804)365-3000 
Fax: (804)365-3002 

Wof1(order: 9350024 187835-FMD 

LabiD: 9350024006 Date Received: 12/Hi/2009 12:50 Matrix: Bufk 

Sample ID: 219-0R.OO Date Collected: 12!14/2009 00:00 Samp Type: NA 

Parameters Results Units Report Limit DF Prepared By Analyzed By Qual 

Polychtotinated Blphen'J/ls(PCB} 

Analysis Desc: SW-846 8082 Preparation Method: SW-846 35508 (PCB) 

Analytical Method: SW-846 8082 

Aroclor 1 0 16 <0.600 mg(Kg 0.500-- --11 2/2t720(i9-i4:44·-~ NT 12/22/2009 16:05 MBC 

Aroclor 1221 <0.500 mg/Kg 0.500 1 1212112009 14:44 NT 12/2212009 16:05 MBC 

Aroclor 1232 <0.500 mg/Kg 0.500 1 12/21/2009 14:44 NT 12/22/2009 16:05 MBC 

Aroclor 1242 <0.500 mgiKg 0.500 1 12/21/2009 14:44 NT 12/22/2009 16:05 MBC 

Aroclor 1248 <0.500 mgJKg 0.500 1 12121/200914:44 NT 12/221200916:05 MBC 

Aroclor 1254 <0.500 mg(Kg 0.500 1 12121/200914:44 NT 121221200916:05 MBC 

Aroclor 1260 <O.SOO mgrKg 0.500 1 1212112009 14:44 NT 1?/?7/?00!116:05 MRr. 
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NALYTICS 

Workorder: 9350024 187835-FMD 

LabiD: 9350024007 
Sample 10: 219·DR-07 

Parameters Results Units 

Polychlorinated Bipheoyls(PCB) 

ANALYTICAL RESULTS 

Dale Received: 12116/2009 12:50 

Date Collected: 12/1412009 00:00 

Ana1ytics Corporation 
10329 Stony Run Lane 

Ashland, VA 23005 

Phone: (804)365-3000 
Fax: (804)365-3002 

Matrix: Bulk 

Samp Type: NA 

Report Limrt DF Prepared By Analyzed By Qual 

Analysis Desc: SW-B46 8082 Preparation Metllod: SW-846 35506 {PCB) 

Analytical Method: SW-846 8082 

Aroclor 1016 <:0.500 rng/Kg 0.500 1 12/21/2009 14:44 NT 12/22/2009 16:27 MBC 

Aroclor 1221 <0.500 rng/Kg 0.500 1 12/21/2009 14:44 NT 12/22/2009 18:27 lv1BC 

Aroc:lor 1232 <0.500 rng/Kg 0.500 1 1212112009 14:44 NT 12122/2009 16:27 MBC 

Aroclor 1242 <0.500 mg/Kg 0.500 1 12/211200914:44 NT 12/2212009 16:27 MBC 

Aroclor 1248 <0.500 mgJKg 0.500 1 12/21/2009 14:44 NT 12/2212009 16:27 MBC 

Aroclor 1254 <0.500 mgfKg 0.500 1 1212112009 14:44 NT 121221200916:27 MBC 

Aroclor 1260 <0.500 mg/Kg 0.500 1 1212112009 14:44 NT 12122/2009 16:27 MBC 
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ANALYTICAL RESULTS 

Analytics Corporation 
10329 Stony Run Lane 

Ashland, VA 23005 

Phone: (804)365-3000 
Fax: (804)365-3002 

Workorder: 9350021 1 87835-FMD 

LabiD: 9350021001 Date Received: 12/16/2009 12:50 Matrix; Bull< 

Samp1e1D: 219-DR1-01 Date CoUected: 12114/2009 00:00 Samp Type: NA 

Parameters R.esults Units ReportUmlt DF Prepared By Analyzed By Qual 

PolychlorinatGd Biphooyls(PCS) 

Analysis Desc: SW-346 8082 Preparation Method: SW-846 35508 (PCB) 

Analytical Method: SW-346 8082 

Aroclor 1016 <0.610 mg/Kg 0.610 1 12117/2009 16:11 NT 12/1812009 20:48 MBC 

Aroclor 1221 <0.610 mg/Kg 0.610 1 1211712009 16:11 NT 1211812009 2'0:48 MBC 

Aroclor 1232 <0.610 mg/Kg 0.610 1 12117/2009 16:11 NT 12118/2009 20:48 MBC 

Aroelor 124 2 <0.610 mgiKg 0.610 1 12117!200916.:11 NT 1211812009 20:48 MBC 

Aroclor 1248 <0.610 mg/Kg 0.610 1 12/1712009 16:11 NT 12/1 812009 20:48 MBC 

Aroc1or 1254 2.92 mg/Kg 0.610 1 12117/2009 16;11 NT 12118!2009 20:48 MSC 

Aroclor 1260 <0.610 m{}IKg 0.610 1 1211712M!t 16:11 N1 1211 t~r2oog 20:4a MBC 
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kNALYTICS 
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Workorder: 9350021 187835-FMD 

Lab!D: 9350021002 

Sample 10: 219-MIS·01 

Parameters Resufts Units 

Polychlorinated Biphenyls(PCB) 

. ANALYTICAL RESULTS 

Date Received: 

Date Collected: 

ReportUmit OF Prepared 

12!16/2009 12:50 

12114/2009 00:00 

An alytics Corporation 
10329 Stony Run Lane 

Ashland, VA 23005 

Phone: (804)365-3000 
Fax: (804)365-3002 

Matrix: Bulk 

Samp Type: NA 

By Analyzed By Qual 

Analysis Desc: SW-846 8082 Preparation Method: SW-846 35506 (PCB} 

Analytical Method: SW-846 8082 

Arodor 1016 <0.500 mgll<g 0.500 10 12117/2009 16:11 NT 12/2112009 1 3:18 MBC 

Aroclor 1221 <0.500 mg/Kg 0.500 10 1211712009 16:11 NT 12121/2009 13:18 MBC 

Arodor 1232 <0.500 mgll<g 0.500 10 12!1712009 16:11 NT 12/21/2009 13:18 MBC 

Aroclor 1242 <0.500 mg/Kg 0.500 10 12!171200916:11 NT 1212112009 13: 18 MBC 

Aroclor 1248 <0.500 mg/Kg 0.500 10 1211712009 16:11 NT 1212112009 13:18 MBC 

Aroclor 1254 12.6 mgll<g 0.500 10 12117/2009 16:11 NT 12121/200913:18 MBC 

Aroclor 1260 <0.500 mg/Kg 0.500 10 12!17/200916:11 NT 1:.'1i2112009 13:18 MBC.: 
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ANALYTICAL RESULTS 

Analytics Corporation 
1 0329 Stony Run Lane 

Ashland, VA 23005 

Phone: (804)365-3000 
Fax: (804)365-3002 

Work order; 9350021187835-FMO 

Lab ID: 9350021003 Date Received: 12!16/2009 12:50 Matrix; Bulk 

SampleiD: 219-MIS-02 Date Collected: 1211412009 00:00 Samp Type: NA 

Parameters Results Units Report Limit OF Prepared By Analyzed By Qual 

Polychlorinated Biphenyls(PCB) 

Analysls Dose: SW-846 8082 Preparation Method: SW-846 35508 (PCB) 

Analytical Method: SW-&46 8082 

Aroc!or 1 0 16 "<1 000 mgiKg 1000 2000 12/1712009 16:11 NT 1212112009 15:40 MBC 
0 

Aroclor 1221 <1000 mg/Kg 1000 2000 121171200916:11 NT 12121/2009 16:40 MBC 
0 

Aroclor 1232 <1000 mg/Kg 1000 2000 1211712009 16:11 NT 1212112009 1 5:40 MBC 
0 

Aroclor 1242 <1000 mg/Kg 1000 2000 12117/200916:11 NT 12/21{2009 15:40 MBC 
0 

Aroclor 1248 <1000 mgJKg 1000 2000 1211712009 16:11 NT 12/21/200915:40 MBC 
0 

Aroclor 1254 18200 mg/Kg 1000 2000 12/1712009 16:11 NT 12/21/2009 15:40 MBC 
0 

Aroclot 1260 <1000 mg/Kg 1000 2000 12/1712009 16:11 NT 1212112009 15~40 MBC 
0 
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Work order: 9350021 187835-FMD 

ANALYTICAL RESULTS 

Analytics Corporation 
1 0329 Stony Run Lane 

Ashland, VA 23005 

Phone: (804)365-3000 
Fax: (804)365-3002 

Lab!D: 9350021(}04 Date Received: 12/16/200912:50 Matrix: Bulk 

SampleiO: 219·MIS-63 Date Collected: 12/14/2009 00:00 Samp Type: NA 

Parameters Results Units Report limit OF Prepared By Analyzed By Qual 

Polychlorinated Blphenyls(PCEl) 

is Desc: SW-846 8082 Preparation Method: SW-846 3550B (PCB) 

Analytical Method: SW-846 8082 
----···-" 

.:1.00 mg/Kg 1.00 20 12117/200916:11 1212112oo9 16:o3 NT MBC 

Aroclor 12.21 <1.00 mg/Kg 1.00 20 12117/2009 16:11 NT 1212112009 16:03 MBC 

Aroclor 1232 <1.00 mg!Kg 1.00 20 12/17/2009 16:11 NT 1212112009 16:03 MBC 

Aroclor 1242 <1.00 mg/Kg 1.00 20 12111/2009 16:11 NT 12121/2009 Hl:03 MBC 

Aroclor 1248 <1.00 mg!Kg 1.00 20 1211712009 16:11 NT 1212112009 16:03 MBC 

Aroclor 1254 22.6 mg/Kg 1.00 20 12117/2009 16:11 NT 12/21/2009 16:03 MBC 

Arodor 1260 <1.00 rngil<g 1.00 20 12117/2009 i():1i NT 1212112oo9 1 o:u:. M!:!C 
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Workol'der: 9350021 187835-FMD 

ANALYTICAL RESULTS 

Analytics Corporation 
10329 Stony Run Lane 

Ashland, VA 23005 

Phone: (804)365-3000 
Fax: (804}365-3002 

Lab 10: 9350021005 Date Received: 12/16/2009 12:50 Matrix: Bulk 

Sample 10: 219-MIS-04 Date Collected: 12114/2009 00:00 Samp Type: NA 

Parameters Results Units Report Limit OF Prepared By Analyzed By Qual 

Polychlorinated BlphenyiS{PCBJ 

Analysis Desc: SW-846 8082 Preparation Method: SW-846 35508 {PCB) : ,~,_j Analytical Method: SW-846 8082 

Aroclor 1016 <0.500 mg/Kg 0.500 1 1211712009 16:11 NT 1211812009 22:51 MBC 

Aroclor 1221 <0.500 mgll<g 0.500 1 12117/2009 16:11 NT 1211812009 2:2:51 MBC 

Aroclor 1232 <0.500 mg/Kg 0.500 1 1211712009 16:11 NT 12/18!2009 22:51 MBC 

Aroclor 1242 <0.500 mgJKg 0.500 1 12117/200916:11 NT 12/18/2009 22:51 MBC 

Aroclor 1248 <0.500 mg/Kg 0.500 1 1211712009 16:11 NT 12118!2009 22:51 MBC 

Aroclor 1254 <0.500 mg/Kg 0.500 1 12117/2009 16:11 NT 1211812009 22:51 MBC 

Aroclor 1260 <0.500 mg/Kg 0.500 1 1211712009 16:11 NT 12/18/2009 ~2:51 MBC 
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ANALYTICAL RESULTS 

Analytics Corporation 
10329 Stony Run Lane 

Ashland, VA 23005 

Phone: (804)365-3000 
Fax: (804)365-3002 

Work order: 9350021 187835-FMD 

Lab 10: 9350021006 Date Received: 1211612009 12:50 Matrix: Bulk 

Sample !D: 219-MIS-05 Data Colle!:ted: 12/14!2009 00:00 Samp Type: NA 

Parameters Resufls Units Report limit DF Prepared By Analyzed By Qual 

Polvchlonnated Blphenyts(PCB) 

Analysis Desc: SW-846 8082 Preparation Method: SW-846 35508 (PCB) 

Analytical Method: SW-846 8082 

Aroclor 1016 <0.500 mg/Kg 0.500 1 ~2117!200916:11 NT 1211812009 23:22 MBC 

Aroclor 1221 <0.500 mg/Kg 0.500 1 12117{2009 16:11 NT 12{18/2009 2.3:22 MBC 

Aroclor 1232 <0.500 mg/Kg 0.500 1 12/17/2009 16:11 NT 12/1812009 23:22 MBC 

Arodor1242 <0.500 mg/Kg 0.500 1 12117/200916:11 NT 12/18/2009 23:22 MBC 

Aroclor 1248 <0.500 mg/Ky 0.500 1 1211712009 16:11 NT 12/18/2009 23:22 MBC 

Aroclor 1254 <0.500 mg/Kg 0.500 1 12117/2009 16:11 NT 12118/2009 23:22 MBC 

Aroc!or 1260 <0.500 mgiKg 0.500 1 1211712009 16:11 NT 12/1812009 23:22 MBC 
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ANALYTICAL RESULTS 

Anafytics Corporation 
1 0329 Stony Run Lane 

Ashland. VA 23005 

Phone: {804)365-3000 
Fax: (804)365-3002 

Workorder: 9350021187835-FMD 

Lab ID: 9350021007 

Sample 10: 219-MIS-06 

Parameters 

Polyehlorlnated Biphenyls( PCB) 

Analysis Desc: SW·846 8082 

Aroclor 1 016 

Aroclor 1221 

Arodor 1232 

Aroclor 1242 

Aroclor 1248 

Arodor 1254 

Aroclor 1260 

Results Units 

Date Received: 121161200912:50 

Date Collected; 12!14/2009 00:00 

Matrix: Bulk 

Samp Type: NA 

RepOrt Umit DF Prepared By Analyzed By 

Preparation Method: SW-846 35508 (PCB) 

Analytical Method: SW-846 8082 

Qual 

'~····----·--····" 

<0.500 rng/Kg 0.500 1 12!'17/2009 16:11 NT 121'18/2009 23:53 MBC 

<0.500 mg/Kg 0.500 1 12/11/2009 16:11 NT 1211812009 23:53 MBC 

<0.500 mg!Kg 0.500 1 12117/2009 16;11 NT 12/18/2009 23:53 MBC 

<0.500 mg/Kg 0.500 1 12117/2009 16:11 NT 12/1812009 23:53 MBC 

<0.500 mg!Kg 0.500 1 12117/200916:11 NT 12/1812009 2.3:53 MBC 

5.37 mg/Kg 0.500 1 1211712009 16:11 NT 12/18/2009 23:53 MBC 

<0.500 mg/Kg 0.500 1 12/17/2009 16:11 NT 12ii8/2009 23.:53 MBC 
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NALYTICS 

Workorder: 9350021 187835-FMO 

LabiO: 9350021008 

Sample ID: 219-MI$..07 

Parameters Resutt.s Units 

Polychlorinated Biphenyls(PCB) 

ANALYTICAL RESULTS 

Date Received: 12116/2009 12:50 

Date Collected: 12/14/2009 00:00 

Analytics Corporation 
1 0329 Stony Run Lane 

Ashland, VA 23005 

Phooe: (804)365-3000 
Fax: (804)365-3002 

Matrix: Bull\ 

Samp Type: NA 

Report Limit OF Prepared By Analyzed By Qual 

Analysis Desc: SW-846 8082 Preparation Method: SW-846 3550B (PCB) 

Analytical Method: SW-846 8082 
~~···-··---·--- .. ~ .. ~ 

<0.500 mgfKg 0.500 1 12117/200916:11 NT 1211912009 00:23 Aroclor 1016 MBC 

Aroclor 1221 <0.500 mg!Kg 0.500 1 12117/200916:11 NT 12/19/2009 00:23 MBC 

Aroclor 1232 <0.500 mg/Kg 0.500 1 1211712009 16:11 NT 1211912009 0 0:23 MBC 

Aroc!or 1242 <0.500 mgll<g 0.500 1 12117/2009 16:11 NT 1211912009 00:23 M8C 

Aroclor 1248 <0.500 mgJKg 0.500 1 12/1712009 16:11 NT 1211912009 00:23 MBC 

Aroclor 1254 <0.500 mg/Kg 0.500 1 12/17/2009 16:11 NT 12/19/2009 00:23 MBC 

Arodar t 260 <0.500 mgll<g 0.500 1 12117/2009 16:11 NT 12!19/2009 00;23 MBC 

60 



, 
'. " .. 

~NALVTICS 
·-.r.u: aaz .... a 

ANALYTICAL RESULTS 

Workorder: 9350021 18783S..fMD 

LabiD: 9350021009 Date Received: 

Sample ID: 219-MIS.OS Date Collected: 

Parameters Results Units Report Limit OF Prepared 

Polychi<M"inate<l Biphenyls(PCB) 

12/16/2009 12:50 

12114/2009 00:00 

Analytics Corporation 
10329 Stony Run Lane 

Ashland, VA 23005 

Phone: (804)365-3000 
Fax: (804)365-3002 

Matrix: Bulk 

Samp Type: NA 

By Analyred By Qual 

Analysis Desc: SW-846 8082 Preparation Method: SW-846 35508 (PCB) 

Analytical Method: SW-846 8082 

Amc!or 1016 <i:L5oo mgiKg "' 
0.500 1 12117/2009 16:11 NT 12119t2ao9 oo:54- MSC 

Aroclor 1221 <0.500 mg/Kg 0.500 1 12117/200916:11 NT 12/19/2009 00:54 MBC 

Aroclor 1232 <0.500 mg!Kg 0.500 1 12/1712009 16:11 NT 12/19/2009 00:54 MBC 

Aroclor 1242 <0.500 mg/Kg 0.500 1 12117/2009 16:11 NT 12119/2009 00:54 MBC 

Aroclor 1248 2.00 mg!Kg 0.500 1 12117/2009 16:11 NT 12/1912009 ()0:54 MBC 

Aroclor 1254 121 mg/Kg 0.500 1 1211712009 16:11 NT 12119/2009 00:54 MBC 

Aroclor 1260 <0.500 mg/Kg 0.500 1 1.2117/2009 16:11 NT 12/1912009 ()0:54 MBC 
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PCB SAMPLING SURVEY 
OUTSIDE WINDOW FRAME CAULK 

1.0 INTRODUCTION 

Farmland Elementary School 
Rockville, Maryland 

February 2010 

At the request of Environmental Services/IAQ of the Montgomery County Public 
Schools (MCPS) Division of Maintenance, Science Applications International Corporation 
(SAIC) conducted a survey of polychlorinated biphenyls (PCBs) in the caulk surrounding the 
outside window frames at Farmland Elementary School (ES) in Rockville, Maryland. This 
survey was conducted in response to a September 2009 Environmental Protection Agency (EPA) 
guidance document regarding PCBs in caulk of buildings constructed or renovated between 1950 
and 1978. MCPS needed the information on the presence ofPCBs in these facilities to plan for a 
safe and proper removal and disposal of PCB-containing materials during building demolition. 

2.0 SAMPLING PROTOCOL 

A total of 63 window frames are present at Farmland ES with 31 window frames on the 
first floor and 32 window frames on the second floor. Using statistical analysis, the caulking on 
the exterior of 11 window frames (8 on the first floor and 3 on the second floor) were randomly 
selected for analysis on 14 December 2009. These samples were designated as 219-WDF-01 to-
11. Based on the sample results shown in Table 1, sample 219-WDF-09 contains 443 ppm of 
Aroclor 1254. Instead of assuming all window frame caulk as a PCB bulk product waste based 
on this single sample result, the remaining 52 not yet sampled window frames were sampled to 
determine exactly which frames must also be managed as PCB-contaminated construction 
materials. The remaining 23 window frames on the first floor were sampled on 1 February 2010 
(219-FOW-01 to -23) and the remaining 29 window frames on the second floor were sampled on 
4 February 2010 (219-FOW-24 to -52). The location of the first floor samples are shown in 
Figure 1 while the second floor samples are shown in Figure 2. 

3.0 RESULTS AND DISCUSSION 

A chisel and hammer were used to extract the caulk sample from the outside window 
frame. It is impossible to determine which part of the caulk around a window frame is the 
original or patched or repaired material. Therefore, the sample was collected usually from a 
convenient spot where the caulk appeared to have been present for a long time. A teaspoonful of 
bulk caulking material was collected from each sampling site and placed in a small plastic vial 
and sealed and labeled with a unique identification number. The samples were sent to Analytics 
Laboratory in Ashland, Virginia for analysis of PCBs. Analytics Laboratory is an American 
Industrial Hygiene Association (AIHA) accredited laboratory. The laboratory used EPA Method 

PCB Sampling Survey - Outside Window Frame Caulk 
Farmland Elementary School 
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SW-846 3550B for PCB extraction and Method SW-846 8082 for analysis of seven types of 
PCBs including Aroclor 1016, 1221, 1232, 1242, 1248, 1254, and 1260. The concentration of 
each PCB is reported in milligram per kilogram (mg!Kg), which is equivalent to parts per million 
(ppm). The analytical method had a nominal detection limit of 0.5 ppm and the EPA criterion 
for a PCB bulk product waste under the Toxic Substance Control Act (TSCA) is 50 ppm. 
Sampling and analysis results for each of the samples are summarized in Table 1 and the 
laboratory reports are included in Appendix A. 

As shown in Table 1, eight ofthe frames had detectable PCBs at concentrations ranging 
from 1.45 ppm (at Frame 10) to 443 ppm (at Frame 57). Frame 48 (219-FOW-40) is directly 
above Frame 20 (219-FOW-14) and has similar PCB detections of 2.42 ppm and 2.12 ppm, 
respectively. However, Frame 21 (3.52 ppm), Frame 24 (37 ppm), Frame 36 (2.64 ppm), and 
Frame 57 ( 443 ppm) have corresponding window frame caulk (from above or below) with 
nondetectable levels ofPCBs. 

4. CONCLUSIONS 

As shown in Table 1, Frame 57 (Room 23, second floor) was the only window frame 
with greater than 50 ppm of PCBs. Therefore, this is the only frame which must be managed as 
PCB bulk product wastes as defined by TSCA. 

In addition, the construction contractor proposes to reuse Frame 10 (outside the first floor 
office) in the new building construction. Because the caulk only contains 1.45 ppm ofPCBs, the 
window frame may be reused in the new building construction (after the old caulk is scraped off 
and disposed of properly). 

Prepared by: 

Ching K. Chen, PhD, PE, CIH 
Senior Manager 
Science Applications International Corporation 
12100 Sunset Hills Road 
Reston, Virginia 20190 

February 17, 2010 
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Table 1. Outside Window Frame Caulk Sampling Results 

Floor I 
I 

Framf Room Samplt' Datt' 

I 

1 Frame 1 Room 2 1 February 2010 

1 Frame 2 Room 2 1 February 2010 

1 Frame 3 Room 4 1 February 2010 

1 Frame 4 Room 4 14 December 2009 

1 Frame 5 Room 6 14 December 2009 

1 Frame 6 Room 6 1 February 2010 

1 Frame 7 Room 8 14 December 2009 

1 Frame 8 Room 8 14 December 2009 

1 Frame 9 Office 1 February 2010 

1 Frame 10 Office 1 February 2010 

1 Frame 11 All Purpose 14 December 2009 
Room 

1 Frame 12 Kitchen 1 February 2010 

1 Frame 13 Kitchen 1 February 2010 

1 Frame 14 Kitchen 1 February 2010 

1 Frame 15 Boiler Room 1 February 2010 

1 Frame 16 Boiler Room 1 February 2010 

1 Frame 17 Classroom 1 February 2010 

1 Frame 18 Classroom 14 December 2009 

1 Frame 19 Classroom 1 February 2010 

1 Frame 20 Room 11 1 February 2010 

1 Frame 21 Room 11 14 December 2009 

1 Frame 22 Room 9 1 February 2010 

1 Frame 23 Room 9 1 February 2010 

1 Frame 24 Room 7 14 December 2009 

1 Frame 25 Room 7 1 February 2010 

1 Frame 26 Room 5 1 February 2010 

1 Frame 27 Room 5 1 February 2010 

1 Frame 28 Room 3 1 February 2010 

1 Frame 29 Room 3 1 February 2010 

1 Frame 30 Room 1 1 February 2010 

1 Frame 31 Room 1 1 February 2010 

2 Frame 31A Room 20 4 February 2010 

2 Frame 32 Room 20 4 February 2010 

2 Frame 33 Room 22 4 February 2010 

PCB Sampling Survey - Outside Window Frame Caulk 
Farmland Elementary School 

I 

I I 

Samplf Numbu Sampling Rt'sult 

219-FOW-05 1.45 ppm Arochlor 1254 

219-FOW-04 < 0.5 ppm PCBs 

219-FOW-03 < 0.5 ppm PCBs 

219-WDF-07 < 0.5 ppm PCBs 

219-WDF-06 < 0.5 ppm PCBs 

219-FOW-02 < 0.5 ppm PCBs 

219-WDF-05 < 0.5 ppm PCBs 

219-WDF-04 < 0.5 ppm PCBs 

219-FOW-06 < 0.5 ppm PCBs 

219-FOW-01 < 0.5 ppm PCBs 

219-WDF-11 < 0.5 ppm PCBs 

219-FOW-07 < 0.5 ppm PCBs 

219-FOW-08 < 0.5 ppm PCBs 

219-FOW-09 2.12 ppm Arochlor 1254 

219-FOW-10 < 0.5 ppm PCBs 

219-FOW-11 < 0.5 ppm PCBs 

219-FOW-12 < 0.5 ppm PCBs 

219-WDF-01 < 0.5 ppm PCBs 

219-FOW-13 < 0.5 ppm PCBs 

219-FOW-14 < 0.5 ppm PCBs 

219-WDF-02 3.52 ppm Arochlor 1248 

219-FOW-15 < 0.5 ppm PCBs 

219-FOW-16 < 0.5 ppm PCBs 

219-WDF-03 37 ppm Arochlor 1248 

219-FOW-17 < 0.5 ppm PCBs 

219-FOW-18 < 0.5 ppm PCBs 

219-FOW-19 < 0.5 ppm PCBs 

219-FOW-20 < 0.5 ppm PCBs 

219-FOW-21 < 0.5 ppm PCBs 

219-FOW-22 < 0.5 ppm PCBs 

219-FOW-23 < 0.5 ppm PCBs 

219-FOW-24 < 0.5 ppm PCBs 

219-FOW-25 < 0.5 ppm PCBs 

219-FOW-26 < 0.5 ppm PCBs 
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I I 

Fl<~o·' 

' 

Framt• Room 

I 

Sample Datt• 

I 
Samplt• Numbu Sampling Rt•sult 

I 

2 Frame 34 Room 22 4 February 2010 219-FOW-27 < 0.5 ppm PCBs 

2 Frame 35 Room 24 4 February 2010 219-FOW-28 < 0.5 ppm PCBs 

2 Frame 36 Room 24 14 December 2009 219-WDF-10 2.64 ppm Arochlor 1254 

2 Frame 37 Room 26 4 February 2010 219-FOW-29 < 0.5 ppm PCBs 

2 Frame 38 Room 26 4 February 2010 219-FOW-30 < 0.5 ppm PCBs 

2 Frame 39 Room 28 4 February 2010 219-FOW-31 < 0.5 ppm PCBs 

2 Frame 40 Room 28 4 February 2010 219-FOW-32 2.42 ppm Arochlor 1254 

2 Frame 41 Room 30 4 February 2010 219-FOW-33 < 0.5 ppm PCBs 

2 Frame 42 Room 30 4 February 2010 219-FOW-34 < 0.5 ppm PCBs 

2 Frame 43 Bathroom 4 February 2010 219-FOW-35 < 0.5 ppm PCBs 

2 Frame 44 Bathroom 4 February 2010 219-FOW-36 < 0.5 ppm PCBs 

2 Frame 45 Bathroom 4 February 2010 219-FOW-37 < 0.5 ppm PCBs 

2 Frame 46 Bathroom 4 February 2010 219-FOW-38 < 0.5 ppm PCBs 

2 Frame 47 Bathroom 4 February 2010 219-FOW-39 < 0.5 ppm PCBs 

2 Frame 48 Room 31 4 February 2010 219-FOW-40 < 0.5 ppm PCBs 

2 Frame 49 Room 31 4 February 2010 219-FOW-41 < 0.5 ppm PCBs 

2 Frame 50 Room 29 4 February 2010 219-FOW-42 1.20 ppm Arochlor 1254 

2 Frame 51 Room 29 4 February 2010 219-FOW-43 < 0.5 ppm PCBs 

2 Frame 52 Room 27 4 February 2010 219-FOW-44 < 0.5 ppm PCBs 

2 Frame 53 Room 27 4 February 2010 219-FOW-45 < 0.5 ppm PCBs 

2 Frame 54 Room 25 4 February 2010 219-FOW-46 < 0.5 ppm PCBs 

2 Frame 55 Room 25 4 February 2010 219-FOW-47 < 0.5 ppm PCBs 

2 Frame 56 Room 23 · 14 December 2009 219-WDF-08 < 0.5 ppm PCBs 

2 Frame 57 Room 23 14 December 2009 219-WDF-09 443 ppm Arochlor 1254 

2 Frame 58 Room 21 4 February 2010 219-FOW-48 < 0.5 ppm PCBs 

2 Frame 59 Room 21 4 February 2010 219-FOW-49 < 0.5 ppm PCBs 

2 Frame 60 Hallway 4 February 2010 219-FOW-50 < 0.5 ppm PCBs 

2 Frame 61 Hallway 4 February 2010 219-FOW-51 < 0.5 ppm PCBs 

2 Frame 62 Hallway 4 February 2010 219-FOW-52 < 0.5 ppm PCBs 

Note: Italicized sampling dates and sample numbers indicate the initial random sampling round. 
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Figure 1. Location of Sampling Points at Farmland Elementary School (First Floor) 

PCB Sampling Survey- Outside Window Frame Caulk 
Farmland Elementary School 

Page 5 



Q- <:P<J-
<t- :;J- 0 

rp['-- ..o, 
O;t- "":r 

"'d- ()d-;:!J 

FAR.MLAtvO E .s 
Olnc!' f=LooR., 

----··-~~ 

I ' I I c--,-,- ~--,r-- :1" :r --·:r··-<'~---1""1 _:_::::·---:.:--·::--:_::_---:::--_:·_::::~==-·=-----·---· -~------,---' ' • ·-·r--

~ 

l< e. ':S : 

;_;)._ \"1- WDF- XX 

.;:1,. 1'1 - poc.v- XX 

G 

$ 3 ~ u. 3 
Cl \) 

C> ~ 3 :?u. \!. 
l I l I 

!;'IS" G"<r 

<i~ dr6 

\ I \ 

j )3 
0 1:> <:> 
tL I.!_ I,L 

I 
~ 

rt 

Ovt-s1de 

Out-s>de 

I I 
<S- "" cs- rr 
-,.... --
<"( 0 d"'' 

WI"' dow 

Wl.-.do._, 

Fr-.::.1"'1 e. Nu""bcr 

33 
I;) 1:> 
tLtl. , , 
lr'tr 

s3s33'3$ 
Q\)0QOI)

0 
tL tJ.. tl. r,L r.!.. 1!. 1!. 
1 I I I J I 

'::,1~ ~ ~ '!:: 't '!:: 
tilirtl d (6 <:'6 ~ r6 

') ~ (I If\ 

"'"' <""' 
' • 1 ' 

3 3 3 ~ 3 
0 <:> \) () <> 
IL 1.L tL 1!. li:. 

I I t I 1 I 1 

<;-<rcs-.r- \T"" 
r6ri d-~ ~~ Ci 

,'F~~->S 

i 

F~ S."''te - I 't Dec...Jur- zoo '7 

fr"-"-( S"""'fl( - 'i r~brv..,.~ ;.l.OIO 

Figure 2. Location of Sampling Points at Fannland Elementary School (Second Floor) 
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APPENDIX A 

Laboratory Sampling Reports 
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